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Résumé — La caractérisation par la méthode magnétique des catalyseurs Fischer-Tropsch —
Cet article passe en revue les développements récents dans le domaine de la caractérisation des
catalyseurs Fischer-Tropsch a base de cobalt, de fer et de nickel par la méthode magnétique. La
caractérisation magnétique fournit des informations précieuses sur la réduction du catalyseur, la taille des
nanoparticules ferromagnétiques, la chimisorption, ainsi que sur les réactions topochimiques qui se
produisent avec les catalyseurs au cours de la genese de la phase active et dans des conditions
réactionnelles. Les possibilités et les limites de la méthode magnétique sont examinées.

Abstract — Magnetic Characterization of Fischer-Tropsch Catalysts — This paper reviews recent
developments in the application of magnetic methods for investigation of Fischer-Tropsch catalysts
involving cobalt, iron and nickel. Magnetic characterization provides valuable information about
catalyst reduction, sizes of ferromagnetic nanoparticles, chemisorption on ferromagnetics and
topochemical reactions which occur with the catalysts during the genesis of the active phase and in the
conditions of Fischer-Tropsch synthesis. The capabilities and challenges of the magnetic methods are
discussed.
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INTRODUCTION

The increasing interest in Fischer-Tropsch synthesis has been
instigated by the growing demand for clean fuels and utiliza-
tion of abundant natural gas, coal and biomass-derivated syn-
thesis gas [1-3]. The sub-ferrous metals (cobalt, iron and
nickel) are the most active catalysts for carbon monoxide
hydrogenation. Both cobalt and iron have been used at the
industrial scale as catalysts for Fischer-Tropsch synthesis
(South Africa, Malaysia, Qatar, etc.). Consequently, a grow-
ing number of works have focused on investigation of the
structure of these catalysts. Much of this interest is due to
industrial requirements, such as optimization of catalyst
activity, selectivity and stability.

The challenges in the investigation of these catalysts are
usually due to the relatively high reactivity of small metal
and oxide particles. First, chemical interaction of metals and
oxides with a catalytic support (Al,O5, SiO,, TiO,, etc.) has
to be taken into consideration [4]. Secondly, it is known that
small metal particles can easily interrelate with the reacting
medium; thus, they can be involved in a wide range of
topochemical processes on the catalyst surface. According to
IUPAC, a topochemical reaction [5] is a reversible or irre-
versible reaction that involves the introduction of a guest
species into a host structure and that results in significant
structural modifications to the host; for example, the break-
age of bonds. For metal catalysts in the conditions of Fischer-
Tropsch synthesis, the topochemical reactions can include
oxidation of metal particles by trace amounts of oxygen and
water, carburization, sintering, formation of nitrides and sul-
fides, etc. It is clear that development of efficient catalytic
processes would require more complete information about
the topochemical reactions involving small oxide and metal
particles which proceed during catalyst preparation and cat-
alytic reaction. These reactions can often alter the catalytic
performance.

Unfortunately, most of the conventional characterization
techniques do not always provide comprehensive data on
topochemical processes which involve nanoparticles. In par-
ticular, extracting in situ and operando information about
evolution of the catalyst structure during different pretreat-
ments and the Fischer-Tropsch reaction represents significant
difficulties. Measurements of particle size or metal dispersion
in metal catalysts seem to be another challenge to overcome.
Comparative analysis of different characterization methods
of cobalt-supported Fischer-Tropsch catalysts was conducted
in our recent publication [1].

Application of magnetic methods has proven to provide
very efficient solutions to the many problems associated with
metal-supported catalysts involving ferromagnetic metals
such as Fe, Co and Ni [6-8]. This present work addresses
recent developments in magnetic characterization of metallic
Fischer-Tropsch catalysts. Attention will be primarily
focused on measurements of magnetization of ferromagnetic

phases. The magnetic resonance techniques, such as nuclear
magnetic resonance, electron spin resonance or ferromag-
netic resonance are beyond the scope of the present review.

1 NON-RESONANCE MAGNETIC METHODS
OF CATALYST CHARACTERIZATION

The conventional methods of studying magnetic properties of
solids and liquids can be divided into two groups: static
methods and dynamic methods. Both these methods can be
applied to heterogeneous catalysts. Note, however, that speci-
ficity of catalytic materials introduces some specific require-
ments for both experimental conditions and magnetometric
equipment. Thus, for evaluation of catalyst structure the mag-
netic measurements should be possibly conducted in situ in a
controlled environment and at a wider range of temperatures
(from the temperature of liquid helium to 1000 K). In addi-
tion, because of the presence of small superparamagnetic par-
ticles in the catalysts, the magnetic field should have high
strength (up to 100 kOe or 8.96 x 107 A/m). Therefore, it
appears that all-purpose magnetometers are not very conve-
nient and have to be modified for investigation of the struc-
ture of heterogeneous catalysts. Below is a brief description
of the most common static and dynamic methods for measur-
ing catalyst magnetization.

The static methods are usually based on the Faraday
equation. In the static method, a sample is placed in the area
of constant gradient of the magnetic field. The gradient of the
magnetic field is calibrated using a sample with known mag-
netization. The force applied to the sample is measured
according to the equation:

dH
) (6]

F=y-V-H ( &
where y is the magnetic susceptibility, V is the sample
volume, H is the magnetic field strength, dH/dx is the gradient
of the magnetic field along the x axis; the x axis can be verti-
cal (rocker balance) and horizontal (pendulum balance). The
schema of the Faraday rocker balance is presented in
Figure 1. Typically, the space between the magnetic poles is
very small, because it is undesirable that the sample be sub-
jected to magnetic fields of very different strengths.

The Faraday method has several limitations. First, the
Faraday method is inconvenient for measuring the depen-
dence of magnetization on the magnetic field. While the
magnetic field is changing between the poles, its gradient is
changing as well. This makes it difficult to calibrate the
sensitivity of the installation. Secondly, it is known that for
all substances, the magnetic moment is a function of the
field strength. In the Faraday method it is essential that the
sample has to be placed in an inhomogeneous field. The
magnetic moment is a function of the sample size. For
ferro- and ferrimagnetics, the variation in magnetic moment
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Figure 1

Schema of Faraday rocker balance.

with magnetic field can be significant and therefore it can
affect the quality of experimental data. Thirdly, typically a
large volume of the Faraday balance makes it difficult to
study evolution of catalyst structure and sample magnetiza-
tion during the pretreatments and catalytic reactions, in par-
ticular in transient conditions.

The dynamic methods involve measurements of the
voltage which arises in the coils placed next to the sample
during its displacement in the magnetic field (due to the
variation in magnetic flux in the coils). This voltage is pro-
portional to the magnetic moment of the sample. The
Weiss and Foner methods are two different variants of the
dynamic magnetic method. Of these two methods the
Weiss extraction method [9] has been most widely used. In
the Weiss method the sample is placed in a uniform field
between the magnet poles (Fig. 2). The Helmholtz induc-
tion coil is located next to the sample. This coil is con-
nected to the measuring equipment. During the measure-
ments the sample is sharply displaced in the uniform
magnetic field. The magnetization is evaluated from the
voltage which occurs in the coil during the sample dis-
placement. In the state-of-the-art Weiss magnetometers,
the accuracy of measurements has been improved by aver-
aging the results produced by a series of identical sample
displacements.

In the Foner method (also called a vibrating sample
method [10]), the sample vibrates in the magnetic field with
the sound frequency. The simplified schema of a Foner mag-
netometer is shown in Figure 3. The voltage arising in the
pick-up coils is proportional to the magnetic moment of the
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Figure 2

Schematic drawing of Weiss extraction magnetometer. The
sample magnetization is obtained from the current induced in
the coil during the extraction of the sample.
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Figure 3

Simplified schema of Foner magnetometer: (1) sound
generator, (2) horn, (3) reference coil, (4) reference sample of
constant magnetization, (5) non-magnetic bar, (6) sample, (7)
pick-up coil.

sample. Both the Weiss and Foner methods have the same
physical background; the Foner method differs from the
Weiss method only in data processing. Because of the possi-
ble generation of Foucault currents during the sample vibra-
tion, the Foner method is not well suited for studying con-
ducting materials. In metal-supported catalysts the Foucault
currents are not usually produced because the metal particles
are electrically isolated from each other. The Foner method
has great potential for studies of catalysts containing ferri- or
ferromagnetic phases [11]. Despite several obvious advan-
tages, the Foner method has not been widely disseminated.
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2 PROBLEM OF SMALL PARTICLES: SINGLE-DOMAIN
PARTICLES AND SUPERPARAMAGNETICS

The domain structure of bulk ferromagnetics corresponds to
the minimum of its total energy [12]. The total energy of
ferromagnetics constitutes:

— the electron exchange energy, which is minimal when all
electron spins are parallel,

— the energy of crystalline anisotropy due to the existence of
crystal axes of “easy” and “difficult” magnetization
(because of dipole-dipole interaction of magnetic
moments of individual atoms),

— the magnetostatic energy related to the presence of mag-
netic poles inside and on the surface of the sample

— the magnetostriction energy caused by changes in the
domain size due to the changes in magnetization and its
orientation.

The presence of magnetic domains usually reduces the num-

ber of poles in the sample and related magnetostatic energy.

The domains are areas of ferromagnetics spontaneously mag-

netized to saturation. The domains are mostly located along

the axes of “easy” magnetization.

Bulk ferromagnetics consists of a large number of
domains. The situation is different with smaller particles of
ferromagnetics. Frenkel and Dorfman [13] first predicted that
small particles of ferromagnetics might have a single-domain
structure. When the particle diameter decreases, the magneto-
static energy which is proportional to the volume decreases
faster than the energy of the boundaries between domains
which is proportional to the surface. At some particle size,
the single-domain ferromagnetic structure becomes favored
over the multidomain one. Kondorskii developed a rigorous
theory of single-domain particles [14, 15]. In this theory an
upper limiting or critical radius, R, of the area which has
uniform magnetization is defined as:

-1/2
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where [ is the saturation magnetization, A is the parameter of
exchange energy, K is the anisotropy constant, Q is the factor
of demagnetization and H is the field strength. Note that the
particles which radius satisfies Equation (2) have a single-

domain structure for the values of the field H > - ZIK . The

condition of the absolute single domain (in all mégnetic
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where ¢ = 1/2; 1; 2 for, respectively, simple cube, volume-
centered and face-centered cubic lattices; B = 7%A is the para-
meter of exchange energy; z is the number of uncompensated
spins per atom, A is the exchange integral, g, is the crystal
lattice parameter, and Qj, is the demagnetization factor of the

single-domain ellipsoid along the short axis. Equation (3)
yields the upper estimation of the critical radius of single-
domain particles. The evaluation of the single-domain critical
size has been discussed in a number of reviews [16, 17]. The
critical diameter of spherical single-domain ferromagnetic
particles is 20 nm for cobalt [12, 18], 14 nm for iron, 55 nm
for nickel, 128 nm for Fe;O, and 166 nm for y-Fe,O5 [19].

As the ferromagnetic particles approach the single-domain
state, the synchronic (coherent) rotation of individual atomic
magnetic moments becomes the predominant mechanism of
remagnetization. This process is hindered by crystalline
anisotropy and shape anisotropy. In order to remagnetize the
single-domain spherical particle through coherent rotation, it
is necessary to apply the opposite magnetic field:

Hc,max = 2KE / IS (4)

where H, ., is the maximum coercive force, [ is the satura-
tion magnetization and K, is the full anisotropy constant.
Several experimental studies of the relations between coer-
cive force and particle size [18, 20-21] have been conducted
in the literature. This relation can be qualitatively illustrated
by Figure 4.

As the particle radius decreases, the inter-domain
boundaries become energetically unfavorable and the particle
turns into a single-domain one. Typically, a single-domain
particle of upper critical size has the maximal coercive force.
Increase in particle size leads to multidomain ferromagnetic
structure and to a decrease in coercivity. Finally, when the
particles become very large, the coercivity attains the value
characteristic of bulk ferromagnetics.

For single-domain particles, the change in magnetization
can no longer be assigned to the displacement of inter-
domain boundaries, but it should be attributed to the coherent
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Figure 4

Qualitative relation between the coercive force and particle
size.
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rotation of atomic magnetic moments. Uniform magnetiza-
tion is still present in the single-domain particles of smaller
size, since the atomic moments are held by the exchange
forces in the parallel direction.

Decrease in particle volume leads to higher probability of
Brownian motion of the total magnetic moment: M = V I.
Note that the magnetic moment rotation is an activated
process with the activation energy, E. The total magnetiza-
tion, I = NM;, of the ensemble of N particles after switching
off the magnetic field drops to zero because of Brownian
motion of magnetic moments, M;, of individual particles. The
relevant decrease in magnetization follows the law:

I =1 -exp(-t/t) (®)]

where ¢ is the time and T is the relaxation time. Thus, the
small particles behave like an ensemble of paramagnetic
atoms which has a large magnetic moment, M. This phenom-
enon, called “superparamagnetism”, has been extensively
studied both theoretically [22], and experimentally [23-24].
The theory suggests that the relaxation time, T, depends on

the energy barrier, E:
T =T, exp E (6
k,T

where the T, parameter is typically between 10 and 10710 s.
The energy barrier is E = K V; it depends on the anisotropy
constant and particle volume. Therefore, according to
Equation (6), T depends on both particle volume and
temperature.

The particles become superparamagnetic when their
diameter is smaller than the critical diameter, D_. In fact,
superparamagnetism is a special case of ferromagnetism
where particle magnetic moment, magnetic field and temper-
ature are in thermodynamic equilibrium. As a result, super-
paramagnetic materials do not exhibit a stable residual mag-
netization. In order to facilitate things, in the present
manuscript we will call particles whose diameter is larger
than the critical diameter, D, ferromagnetic particles, and
those with diameter under D, superparamagnetic particles.

The upper critical sizes of superparamagnetic particles for
different metals can be easily estimated assuming T to be
equal to 10 s. For example, for iron particles with a diame-
ter of 30 nm at 7' = 300 K the relaxation time is T ~ 4 x 10°s
but with the iron particles (D = 23.8 nm) with twice as small
a volume the relaxation time T would be 6 x 1072 s. Increase
in temperature also results in decrease in the relaxation time.
Thus, iron particles with a diameter of 23.8 nm or less at
room temperature will lose their magnetization and would
reach thermal equilibrium for less than one tenth of second,
and consequently they exhibit superparamagnetic properties.
At the same time, the iron particles of 30 nm at room temper-
ature are extremely stable, and will behave like single-
domain ferromagnetics. These 30nm particles, however,
which are ferromagnetic at room temperatures, will trans-
form into superparamagnetic at 7 = 600 K.

Note that all ferromagnetic particles lose their magnetiza-
tion with time. Generally speaking, ranking particles into fer-
romagnetics and superparamagnetics depends only on the
time of observation. Usually, in static measurements T is sug-
gested to be equal to 100 s. This evokes that the transition
between the ferromagnetic and superparamagnetic states
occurs when the following condition is fulfilled:

KV =25k;T
where K is the anisotropy constant, &, is Boltzmann’s constant,
V is the volume of the particles and 7 is the temperature of
measurements. If the particle volume is larger than
Vs M, the particle is a ferromagnetic and it has a
K
residual magnetic moment; if the particle volume is smaller
25k, T
K

than y < , the particle is a superparamagnetic.

In the external magnetic field, H, the particles acquire
additional energy, which could affect the energy barrier, E,
and hence relaxation time. In [25] the expression has been
obtained for the coercive force H,. which would disorientate
magnetic moments, M; of particles of V volume for 100 s:

1/2
2K ol
1 KD

s

(M

At T = 0 K Equation (7) yields H. = 2K/I, and at T =
KV/25ky it gets H, = 0. Equation (7) allows the calculation of
the critical volume of superparamagnetic particles, V. by
extrapolating coercive force as a function of D to the value
H_.=0.By substituting temperature and V., one can calculate
2K/I.. It should be borne in mind, however that according to
recent data, the anisotropy constant, K, also depends on the
particle size [26]. The “core-shell” theory [27] has been pro-
posed to explain this phenomenon. This theory considers dif-
ferently the contributions to the energy barrier, E, coming
from superficial and inner particle atoms. Obviously, the rel-
ative contribution of superficial atoms decreases with
increase in particle size, and correspondingly growth in the
ratio of the number of superficial atoms to the total number
of atoms in a particle. It was also [28] suggested that in the
systems which constitute ultra-dispersed particles, the
energy, E, was only a function of superficial atoms and did
not much depend on the particle volume.

When anisotropy can be neglected (kzT >> KV), the
orientation of the magnetic vector can randomly evolve
under the influence of thermal fluctuations. Hence the parti-
cle does not exhibit ferromagnetism. Consequently, the hys-
teresis loop turns into a sigma-shaped curve, i.e. both coer-
cive force and residual magnetization become equal to zero.
In this case, the dependence of the magnetization on the mag-
netic field can be described by the Langevin formula:

MH  k,T )

I=1|cth—--
k, 7 MH

@®)
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Decomposition of the hyperbolic cotangent into a series
assuming that MH >> kT leads to:

k,T
IzIS(I—MH) )

while at MH << kT, it gives:

I=1 —— (10)

When the particle size distribution is defined by a function
SfV) dV, the full magnetization of the sample with V, volume
is determined by:

y I1VH  k,T
I=ISV0f(cth B
0

k, T IVH

)f dv (11)

Equation (11) suggests that the particle size distribution
curve can be extracted from the dependence of magnetization
on the magnetic field. Equation (11) also suggests that the
field dependences measured at different temperatures for
superparamagnetic particles should coincide when they are
plotted as I versus H/T. Approximate coincidence of magne-
tization curves expressed via the H/T ratio is an important
feature of superparamagnetism.

3 METHODS OF MAGNETIC GRANULOMETRY

Since determination of the metal average particle size and
particle size distribution is a very important task for descrip-
tion of the structure and catalytic performance of metal-sup-
ported catalysts, let us discuss in greater detail methods of
magnetic granulometry. Equations (9-11) provide tools for
measuring the average particle size, D, and particle size dis-
tribution, f{iD). For weak magnetic fields (small H/T ratio) the
following expression for the particle size can be obtained
from Equation (10):

D, - (L) 18szT
H mpl
Similarly, for strong magnetic fields (high H/T ratio)
Equation (9) gives:

1/3

12

1/3

| 6k,T
' U, - DrpH

where p is the metal density. Since the dependence of the
magnetization on the field for weak fields (H/T—0) is
principally affected by the presence of larger particles,
Equation (12) gives estimation of the upper particle size,
D,. Accordingly, the magnetic behavior close to saturation at
stronger fields is mostly controlled by smaller particles;
Equation (13) specifies the lower values of the particle size.
Equations (12, 13) have been used previously [29-31] for
evaluation of the particle size in nickel-supported catalysts.

13)

In previous report [7] a method was proposed for
calculating the particle size distribution. In this method,
Equation (11) was presented as:

;]
A = ;g(n)'L(n,H) (14)

where L(n, H) is the Langevin function, n is the selected
interval of D values and g(n) is the mean value of f{D) at the
specified interval. For given values of the field H the follow-
ing system of equations can be written:

(1]) —g(D,) L(D,,H,)+g(Dy)  L(Dy, H,) +....= y,

s 1

I 15
([) —g(D) L(D, H,) 4 §(Dy) LDy Hy) 4= yy )

K

To obtain g(D;) the system of Equations (15) can be
solved using a standard software-based Newton-Raphson
algorithm. The initial values, g(D,), for the iterative proce-

dure are defined from the minimum @ = 2)’3 A log

normal distribution function can be used as the initial
approximation. It was shown [32] that this method gives
good results even for a bimodal distribution.

Note, however, that the final result is usually strongly
affected by the choice of initial conditions, i.e. initial particle
size distribution. In fact, we are faced here with a reverse
problem which is well known in both physics and physical
chemistry. It should be stressed that this method requires
very strong fields (up to 100 kOe), which are achievable only
using superconducting solenoids. The stronger is the field,
the more accurate is the determination of value of the satura-
tion magnetization. In addition, accurate measurements of /;
should be conducted at lower temperatures close to the tem-
perature of liquid helium. For particle size smaller than 2 nm,
determination of /, represents a very difficult task.

Potton er al. [33] proposed a technique which can
circumvent these difficulties by applying the method of max-
imum entropy and using an algorithm from [34]. The method
of maximum entropy can successfully meet this challenge
without specifying the initial shape of particle size distribu-
tion. The method consists of searching for the maximum of
the expression:

S= -gfj ln(i—j) (16)

where ]3 is the distribution function and bj is the initial value
of P:

,
I, /1,-y)
P=2Ty 17
i=1 i
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Figure 5

Comparison of Co/SiO, particle size distributions from TEM
and magnetic measurements.

In Equation (17) the summation is conducted over all
measurements at a given point, 0, is dispersion for each
point, and values /; and y; are defined by a system of
Equations (15). Thus, to solve Equations (15) both the
physical model which involves the Langevin equation and
experimental dependence of magnetization on the mag-
netic field are required. It is important to note that the
obtained solution would not involve any initial predefined
distribution of particle size and any predefined value of /..
The saturation magnetization, I, can be estimated from
normalization of function f. The method of maximal
entropy was successfully applied [35] for determination of
the size distribution function of Ni particles in Ag-Ni alloy.
It was also shown [36] that the method can be very effi-
cient, particularly in the analysis of bimodal distribution.
Potton’s method was also used to follow particle size dis-
tribution in silica-supported cobalt catalysts. While the
results obtained by the magnetic method were qualitatively
consistent with TEM data (Fig. 5), electron microscopy
seems to slightly overestimate cobalt particle size [37].

Another technique to measure particle size distribution
was suggested by Weil. This method involves measure-
ments of residual magnetization as a function of tempera-
ture. The method is based on the fact that the residual mag-
netization at a given temperature should be principally
affected by the particles which are larger than the upper
critical size of superparamagnetics. Using this approach,
Weil [23] studied Ni powder and obtained bimodal distrib-
ution, which was attributed to the influence of preparation
conditions on the nickel particle size. The Weil method

f, (D) A7, x108

100 100

D(A) D (A)

Figure 6
Volume particle size distributions of a Ni/SiO, sample.
Curves: (1) from the magnetization curve, (2) transmission

electron microscopy, (3) small-angle X-ray scattering, (4)
Weil method (temperature range 300-2.4 K).

RM

TEM

10 20 30 40 D (nm)

Figure 7

Volume particle size distribution of a Co(37 wt%)/SiO,. Weil
(or Remanence Method, RM), top. Transmission Electron
Microscopy (TEM), bottom.

was also used to calculate particle size distribution in
Ni/SiO, [38] and Co/SiO, [39] catalysts. The volume-base
particle size distributions obtained by the Weil method and
other characterization techniques are shown in Figure 6
[38] and Figure 7 [39].

The methods for measuring particle size distribution,
which are discussed above, suggest that particles behave
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independently of each other. Meanwhile, the effects of inter-
action of particles in real systems can significantly affect the
apparent magnetic properties. First, the interparticle interac-
tion is reflected in an inability to combine magnetic curves
measured at different temperatures for superparamagnetic
particles, but expressed via H/T ratios. Let us evaluate the
validity of the theories discussed above in the context of par-
ticle-particle interaction.

The energy of dipole-dipole interaction between particles
with a magnetic moment, M, could be estimated using the
expression [40]: E;,, = M/R® where R is the distance between
the particles. For a system of superparamagnetic particles
with a diameter D = 10 nm and situated at a distance of 2D
from each other, from equation E;,, = kT it follows that
dipole-dipole interaction would be stronger than the thermal
fluctuations at 300 K.

Let us consider a system consisting of N superparamag-
netic spherical particles with an average radius, r, located on
the surface of porous media with pore volume V. Let us
also assume that distribution of metal particles on the surface
of the substrate is Poisson’s (the most common physical
considerations suggest that this can be the case). Thus, the
distribution function of the distances from the center of one
particle can be written as [41]:

f(l)=4n-l2-k-exp(—k%n-f) (18)

where A = N/V,,,, is the number of particles in the elementary
volume of porous support. The average distance between the

particles is calculated as follows:

l_=4n7»f:l3-exp(—7\%n-ls)dl (19)

After integration, it appears that: L=0.55-(V,, /N)'? and
consequently E,, =0.17MN/V,,,,. The resulting expression
allows the calculation of the energy of dipole-dipole interac-
tion for a specific metal-supported catalytic system.

It should be noted that the techniques of magnetic
granulometry which were described above are applicable
only to the ensemble of superparamagnetic particles. If the
system in addition to superparamagnetic particles contains
single-domain ones, the determination of particle size distrib-
ution becomes more complicated. In this case, the following
approximate expression can be used for estimating the frac-
tion of superparamagnetic particles:

y=1-20,/0, (20)

where o, is residual magnetization and o, is saturation
magnetization [29]. However, it should be noted that the
estimation is valid only provided that the system does not
contain multidomain ferromagnetic particles. For cobalt-
containing systems it means in particular that the sample
does not contain particles with D = 20 nm [12, 18].
Naturally, the question arises: how can one prove that the
system does not contain particles larger than the upper criti-

cal size of single-domain particles? Recently we proposed a
relatively easy way to “eliminate” the systems containing
multidomain ferromagnetic particles with D> D,,.. [42].

Low-temperature oxidation of metals (7' < 600 K) usually
proceeds via formation of thin oxide films on the surface of
metal particles. The formation of these films reduces the
apparent size of relevant metal particles. If measurements are
taken at temperatures above the Néel temperature of metal
oxides, when the magnetic exchange interactions at the
boundaries between oxide and metal can be neglected, the
qualitative dependence of the coercive force on the particle
size (Fig. 4) remains valid. Therefore, if D > D, then mild
oxidation would lead to an increase in coercive force, H,.
Otherwise, if D < D,,., then the coercive force would decrease
as a result of the oxidative treatment.

Recently, we proposed [43] a method for granulometric
analysis of systems based on the hysteresis loop. Below is an
example of this analysis conducted with a system containing
cobalt metal particles. The relevant field dependence curve
measured using an experimental setup described elsewhere
[44] is shown in Figure 8. The shape of the field dependence
indicates the presence of two types of cobalt metal particles.
The presence of residual magnetization is probably due to
“larger” cobalt single-domain ferromagnetic particles, while
non-saturation of the hysteresis loop in the strong magnetic
field (H = 8000 Oe) is indicative of “smaller” superparamag-
netic ferromagnetic particles.

The behavior of superparamagnetic particles in the
magnetic field is described by the Langevin function [45].
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Typical experimental and calculated hysteresis loops for a
fine Co particle system, illustrating the theoretical approach
presented in the text.
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For calculation of the particle size distribution of “larger”
particles, we will suppose that all ferromagnetic particles
have single-domain structure, spherical shape and uniaxial
anisotropy. The well-known Stoner and Wohlfarth model
[20] for non-interacting single-domain particles with uniaxial
magneto-crystalline anisotropy and the axis of “easy” magne-
tization oriented randomly in space is used for description of
“larger” ferromagnetic particles.

The weights o and 3 of the superparamagnetic and single-
domain particle distribution, correspondingly, can be found
using a normalization condition and the condition of propor-
tionality of volumes of two fractions of particles to their satu-
ration magnetizations M" and M*:

Vv, _ M @1
v, M

where V| and V, are the volume of the corresponding
fractions.

a+f=1,

The following parameters were taken: the magnetic
moment on the Co atom, m,=1.62 uz/atom; and the fcc-Co
lattice constant, a = 3.545 A. The calculation gives the
saturation magnetization, M;=1349 emu/cm?; uniaxial
anisotropy constant, K; = 4.53 x 10° erg/cm?® (whence one
gets Hy = 3358 Oe), and exchange stiffness constant,
A =2.8x10 erg/cm (the experimental value for nanocrys-
talline Co samples, according to Ref. [46]). Then for the
ferromagnetic exchange length we get L = 78.6 A. The
calculated particle size distribution is shown in Figure 9.

The temperature dependence of the residual magnetization
provides another opportunity to calculate the particle size in
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Particle size distribution of fine Co particles evaluated from
the hysteresis loop shown in Figure 5 [40].

the catalysts containing single-domain and superparamag-
netic particles. In this case, the particle size can be evaluated
quantitatively. It is known that the upper critical size of sin-
gle-domain particles is only weakly dependent on tempera-
ture, at least in the temperature range of 20 to 100 °C [47].
Using Equation (20), the y value was measured at 20 and
100 °C and assuming log-normal particle size distribution
[23, 48] one can solve numerically and yield the distribution
parameters: w (average value) and o (mean-square devia-
tion). u and o can be calculated as follows:
V=exp(uv+02 /2), 22)
(V-V)y = exp(2u+202)—exp(2u+02).
V (7) is the critical volume of a superparamagnetic particle at
a temperature 7.

4 MAGNETISM OF SMALL PARTICLES
AND ADSORPTION

All magnetic properties which are discussed above refer to
bulk ferromagnetics. It is, however, obvious that decreasing
particle size would result in a higher fraction of surface
atoms which have a lower metal-metal coordination number.
These surface atoms can adsorb molecules from the gaseous
phase. Upon chemisorption the d-orbitals of surface atoms
would be involved in chemical bonding with the adsorbate
and thus, they would be excluded from magnetic exchange
interaction. In fact, it appears that after adsorption and chemi-
cal bonding, the contribution of surface atoms to the overall
magnetic properties of ferromagnetic or superparamagnetic
particles is strongly affected. This suggests that the impact of
adsorption on magnetization should be taken into account
when studying the magnetic properties of small and espe-
cially nano-sized ferromagnetic particles.

The effect of adsorption on magnetization was observed
very clearly with nickel catalysts. The dependences of mag-
netization on hydrogen coverage, which are also called
“magnetic isotherms”, were measured for these catalysts.
Linear and reversible magnetic isotherms were observed with
nickel-supported catalysts. The slope of the magnetic
isotherms is approximately 1.4 wg. The atomic nickel mag-
netic moment is 0.6 wg, and hence ayy, = 2 ;. This suggests
that at dissociative adsorption of hydrogen on nickel, one
hydrogen molecule eliminates approximately two nickel
atoms from the magnetic interaction. In a comparative study
of H, and O, adsorption on NiCu alloys [49], it was shown
that, contrary to O,, H, does not induce a demetallization of
the surface atom (i.e. there is no surface hydride formation);
only a magnetic decoupling occurs upon H, adsorption.

The number of surface atoms that are magnetically decou-
pled by the adsorption has been called the “magnetic bond
number” by Selwood [8, 50]. This notion seems to be particu-
larly suitable for nickel catalysts. This concept was extended
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Influence of number of pulses of carbon monoxide on the
magnetization of 40 wt.% Ni/SiO, at 7' = 300 K.
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Temporal dependence of magnetization on time after
switching from hydrogen to argon flow and vice versa for
Ni/Cr,05 at T'= 400 K.

to a series of molecules, giving the structure of the corre-
sponding adsorbed species [51] and validated by comparing
IR and magnetic results of CO adsorption on NiCu alloys
[52]. Figure 10 shows magnetization which was measured
using a vibrating sample magnetometer, as a function of the
number of pulses of carbon monoxide into the argon flow
passing through the 40 wt.% Ni/SiO, catalyst at 7 = 300 K.
The pulses were generated by a 6-way valve and the chemical
composition of the gaseous phase was measured on-line by an
IR detector. After each pulse a drop of magnetization was first
observed and then the magnetization was slightly increased.
Apparently, this was due to the partial desorption of carbon
monoxide. With oxygen adsorption on Ni or Co at 283 K the
catalyst is likely to undergo oxidation. The relevant phenom-
ena will be discussed in more detail below.

Figure 11 shows variation in relative magnetization of the
Ni/Cr,0j5 catalyst when the flow of hydrogen over the cata-
lyst was switched to a flow of argon at 7' = 400 K and vice
versa. The observed increase in magnetization after switch-
ing from hydrogen to argon can be primarily attributed to
the hydrogen desorption process. The subsequent switch
from Ar to hydrogen leads to a rapid decline in magnetiza-
tion to its level previously observed in the flow of hydrogen.
This observation indicates that hydrogen and other
chemisorbing gases have to be desorbed from the reduced
catalysts prior to doing magnetic measurements when the
extent of reduction or particle size are evaluated.

The relationship between magnetization and hydrogen
coverage is even more complex for cobalt catalysts. If with

nickel the dependence of magnetization on hydrogen cover-
age is not much affected by temperature, with cobalt cata-
lysts oy, increases with temperature. This seems to indicate
that hydrogen adsorption is an activated process on cobalt
catalysts, as was previously suggested by Bartholomew [53-
54]. Decrease in magnetic moment upon hydrogen adsorp-
tion on cobalt normalized by the number of cobalt surface
atoms is 0.54 + 0.06 w, at 7 = 300 K which yields oy, =1
[55]. In a more detailed magnetic study, two types of H,
chemisorption were identified on Co, corresponding to mol-
ecular adsorption at room temperature (0y,=0.3u,) and dis-
sociative adsorption at 200°C (aH2z0.7pLB) [56]. These Oy,
values are much lower than those expected from the mag-
netic atomic moment of Co (1.6uy), if surface atoms, as in
the case of Ni, have lost the magnetic contribution upon
adsorption. This suggests that hydrogen does not completely
cover the cobalt metallic surface, as is the case of nickel
under similar conditions. Thus, H, adsorption is not a conve-
nient method to measure Co dispersion. This reinforces
interest to magnetic granulometry for the characterization of
Co-based Fischer-Tropsch catalysts.

Hydrogen adsorption on ultrafine iron does not modify,
within the experimental error, its magnetization (o, ~0ug)
[57].

It appears that oy, decreases along with the sequence Ni,
Co, Fe. This has been related to the different electronic struc-
tures of the 3 metals, from “hard” ferromagnetic Ni (Fermi
level crossing only the d|, sub-band) to “soft” Fe (Fermi level
crossing both the d| and d| sub-bands). H, adsorption
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modifies the Fermi level state density, generating a perturba-
tion that is restricted to one sub-band (Ni), leading to a strong
perturbation, or is shared by the two sub-bands (Fe), without
global magnetic change. Co is an intermediate case [58].

5 TOPOCHEMICAL REACTIONS IN IRON
FISCHER-TROPSCH CATALYSTS

Topochemical reactions often accompany Fischer-Tropsch
synthesis. For example, in the hydrogenation of carbon
monoxide on cobalt-supported catalysts, it was suggested
that cobalt could be partially oxidized by water, especially at
higher carbon monoxide conversions. Carburization is usu-
ally observed during Fischer-Tropsch synthesis on iron cata-
lysts. Passivation of cobalt catalysts usually represents the
formation of oxide layer on the surface of metal particles.
The topochemical reactions which proceed during catalyst
preparations, pretreatments and catalytic reactions have sev-
eral specificities. In particular, little information is available
about the dependence of thermodynamics and kinetics of
topochemical reactions on the particle size of ferromagnetics
in the range of 10-100 nm.

Interaction between the supported metal or metal oxide
and the support can also dramatically affect the catalyst
activity and selectivity. With sub-ferrous metals, this inter-
action results in the changes in magnetization. This suggests
that these processes can be investigated using magnetic
methods. Combining the traditional temperature-programed
reduction (TPR) with continuous measurements of magneti-
zation has provided new insights into the mechanisms and
kinetics of topochemical reactions proceeding during reduc-
tion, oxidation and different pretreatments of Fischer-
Tropsch catalysts. The section below reviews the data
obtained for iron catalysts.

5.1 Kinetics of Reduction of Iron Oxides

Although the reduction of bulk metal oxides has been
addressed in a very large number of works, the mechanism of
reduction of small particles of metal oxides has been little
studied. High reactivity of supported nano-oxides on the one
hand, and competition between reduction and reaction of
supported oxides with the support, on the other hand, makes
this task particularly difficult. Figure 12 shows the depen-
dence of magnetization on temperature, in other words, the
thermomagnetic curve (TMC), obtained during temperature-
programed heating of a Fe,0,/SiO, (12 wt.% Fe on KSK-2
silica) catalyst in a flow of hydrogen [59]. The T, T, T; tem-
peratures, which correspond to the A, B, C points in Figure
12, depend on the temperature ramping rate. Thus, the X axis
does not display the specific temperatures, but only the Curie
temperature of iron (1043 K). The dotted lines correspond to
TMC obtained during cooling down the sample from a given

T

Figure 12

Dependence of magnetization on temperature during the
reduction of Fe,05/SiO, with hydrogen.

to room temperature. Increase in the temperature ramping
rate leads to a shift in the TMC towards higher temperatures,
but upon reaching 1043 K the magnetization always drops to
zero. This suggests that at the temperature ramping rates (up
to 1.5 K/s), the sample has enough time to attain a thermal
equilibrium with the registering thermocouples. The applied
technique allows one either to stop the programmable heating
or sharply cooling sample, or continue the experiment in the
isothermal regime. It turned out that the catalyst, which was
cooled down after attaining the 7, temperature, regardless of
ramping rate represents Fe;0,/SiO,. This was confirmed by
measuring the Curie temperature of this sample, by XRD
analysis and Mossbauer spectroscopy. The sample, which
was heated to 75 and then cooled down to room temperature,
had no magnetization. XRD and Mossbauer spectroscopy
showed that in the catalyst obtained from the cooling from 7;
to room temperature all iron was in the form of vustite (FeO)
[60]. When the catalyst is heated above the 7, temperature,
the increase in magnetization is due to the reduction of FeO
to a-Fe. a-Fe was detected in these conditions by XRD.

The total saturation magnetic moment, M*, experimentally
measured by the magnetometer due to the presence of n mag-
netic phases, can be expressed as follows:

M*(T)=Y M} (T) (23)

M}(T) = oi(T) m; 24
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where of (T) is the specific saturation magnetization of the
i-th phase at 7' temperature; m; is the mass of the i-th phase
with

lim o;(T)=0 (25)

T—T(6)

where T(0)- is the Curie temperature of the i-th phase. If the
function of(7T) is known for each phase, then m; can be
obtained from Equations (23-25) using the experimental data
M?*(T). Note that the following method of determining m;
remains valid provided the contribution to the magnetization
of superparamagnetic particles can be neglected. In Reference
[60] a magnetic hysteresis in the field dependence curve was
observed for all the samples. It can be suggested that the
fraction of particles smaller than 8 nm was minor.

The specific saturation magnetization o§(7) of magnetite
and iron was calculated from the experimentally measured
temperature dependences of the saturation magnetic moment
of commercially available Fe;O, and a-Fe (high purity
grade). The thermomagnetic curves M*(T) were obtained by
heating the sample in the flow of pure helium to avoid sam-
ple oxidation during the measurements. The empirical depen-
dencies of specific saturation magnetization o§(7) can be rea-
sonably well described by polynomials PXT), where k = 7.
Substitution of the empirical relationships into the system of
Equations (23-25) allows determination of m; at any point of
temperature-programed reduction with simultaneous record-
ing of the magnetization. It can be assumed that the measured
M is proportional to the m mass of the reference samples of
magnetite and iron [12].

The above method allows the measurement of the concen-
tration of magnetic phases anywhere on the thermomagnetic
curve. The characteristic points of the spectrum are 7,,,, and
T, (in Fig. 12, points B and C, respectively). A total magne-
tization of the sample was measured at the points C (7,
and B (7,,,,) after heating it to the appropriate temperature
and further cooling to room temperature. The observed mag-
netic moment is due to the presence of either Fe;O, or Fe or
both compounds. The presence of these phases was con-
firmed by XRD. In addition, at the magnetization minimum
(point C) XRD detected the presence of FeO. The method
described above allows determination anywhere the value of
m and the fractions of Fe;O, and Fe at 7, ,, and 7, ;,. The cal-
culation showed that the concentration of magnetite did not
depend on the temperature ramping rate and is equal to 85%
at Vy, = 60 ml/min. At high ramping rates, magnetite concen-
tration substantially depends on the flow rate of hydrogen.
When the flow is less than 40 ml/min, a sharp decrease in the
concentration of magnetite is observed. This decrease is
attributed to the formation of FeO.

Isothermal heating at a given temperature allows more
detailed investigation of the selected reduction steps
Fe,0; — Fe;0, — FeO — Fe (Fig. 12) [61]. Using the
dependence of the temperature of emergence of ferro- and fer-
rimagnetic phases on the ramping rate, the kinetics of formation

of different phases can be followed at different temperatures
and thus, the apparent activation energies can be determined.
The kinetic curves obtained at different temperatures were
analyzed assuming uniformity of the reaction space.

It appears that the kinetics of Fe,0,/SiO,—Fe;0,/Si0O,
transformation at the temperature range from 573 to 615 K is
well described by Erofeev-Avrami equation:

[-In(1-0)]"* = kt (26)

where a is the product fraction and k is the kinetic constant.

The kinetics of isothermal reduction of Fe;0,/SiO, to
FeO/Si0O, exhibits a high initial rate and is described by the
model of a shrinking sphere coupled with diffusion (Yander
equation):

[1-(1-00)°F = kt 27)

The same model can also be used to describe the transforma-
tion FeO/Si10, — Fe/Si0,.

The technique of continuous measurement of magnetiza-
tion during reduction has been very useful for studying the
effect of the reduction promoters such as Pt, or Cu [62].
Temperature dependence of magnetization during the reduc-
tion of Fe,05/Si0, and Pt/Fe,05/Si0O, catalysts in hydrogen
shows that Pt promotion lowers the temperature of iron
reduction.

5.2 Kinetics of Iron Carburization in Carbon
Monoxide Hydrogenation

Several iron carbides have been described in the literature:
FeC carbide, hexagonal ¢-Fe,C (Curie temperature Ty =
653+10 K), pseudo-hexagonal ¢’-Fe, ,C (T, = 72310 K),
monoclinic Hiagg %-FesC, carbide (T, = 478-529 K varies
according to different sources) and orthorhombic 0-Fe;C
cementite (T, = 481+3 K) [63-66]. Each of these carbides can
be detected during Fischer-Tropsch synthesis on iron catalysts
[67]. The carbide composition depends on the H,/CO ratio,
size of iron particles, extent of iron reduction and temperature.

It appears that in the conditions of Fischer-Tropsch syn-
thesis iron carburization involves hydrogen. Matsumoto and
Bennett [68] showed that in the mixture of H, and CO iron
can be carburized more readily than in CO/Ar. In the latter
case carburization proceeds much more slowly and leads to
another phase composition of carburization products. The
authors suggest the following reaction for carburization in
syngas: 4CO + 6Fe + 2H, = 2H,0 + CO, + 3Fe,C.

The ¢’-carbide usually occurs during Fischer-Tropsch
synthesis on iron catalysts promoted with K,O, Cu and Si
[65]. It is thermally instable in the absence of promoters and
at 7> 623 K it readily transforms into Higg carbide. As the
carburization advances, a mixture of ¢’-carbide and Hégg
x-FesC, carbide appears, at the end of carburization only
x-carbide has been detected [66].
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Formation of cementite during Fischer-Tropsch synthesis
is typically an outcome of its thermal stability and easy
decomposition of Higg carbide in the excess of iron. It has
been shown [65] that stability of iron carbides increases in the
following sequence: €’-Fe, ,C < g-Fe,C < %-FesC, < 0-Fe;C.
The carbides transform from one form into another with
increase in temperature. Loktev et al. observed [69] that
¢- and ¢’-carbides occured at 388 K, at 423-458 K only e-car-
bide was detected, at 493-673 K ¢-carbide transforms into
Hagg carbide, and at 723 K the cementite phase was obtained.

Among different iron carbides, the identification of
¢’-Fe, ,C and e-Fe,C carbides is particularly difficult [70,
71]. It is not always very clear whether ¢’ or e-carbide can be
considered as a primary product of iron carburization [66].
The data about lattice parameters of €’- and e-iron carbides
vary considerably according to different authors. This could
lead to their incorrect identification from XRD data. The
magnetic measurements can provide additional information
about the composition of carbide phases, because of differ-
ence in their Curie temperatures.

Investigation of carburization kinetics using the in situ
magnetic method has proven to provide important informa-
tion. In the conditions when only €’- and -carbides occur,
the fractions of these carbides can be deduced by the solution
of linear equations with two unknown parameters:

X, M(e) 0 (£7) + X, M) 0(x) 1, =0

(28)
o(Fe) {(M(e") - 12) X, + (M(y) - 12) X} — Ig. =0

where o(i) is the specific magnetization i-th phase at room
temperature, X, and X, are, respectively, the number of moles
of ¢’- and -carbides, M(e’) and M(y) are their molecular
weights, and /- and I, are the measured magnetizations.

During carburization the overall magnetization of the
sample decreases because o(Fe)>2X o(i) over a whole
temperature range. This allows the extent of iron carburiza-
tion to be determined using the following expression:

I -1 (1)

O e

(29)
where a(r) is the carburization conversion at time ¢, I; is
sample magnetization at 7 temperature, and i means the
following: i = O for the initial sample; i = ¢ for a carburized
sample at time ¢ and after completing the carburization [7(c).
The kinetics of carburization can be followed using continu-
ous measurement of magnetization [72]. In addition, the
measurement of the initial and final magnetization allows the
composition of the carbide phases to be quantitatively deter-
mined. This is possible because the carbide content is stoi-
chiometrically related to the mass of iron in the sample
before the carburization. It should be noted that application
of this method imposes some restrictions on phase composi-
tion. Thus, the presence of magnetite makes the application
of Equation (29) incorrect, because in this case the magnetite
contributes to the total magnetization.

The specific rate of carburization can be determined by
the equation:

won. do (30)

where n is the number of iron moles, and s is the specific area
of iron.

The conventional phenomenological theory of chemical
kinetics involving a gas and a solid describes the situation
which arises after the nuclei of the solid phase product are
formed, and when heterogeneous inclusions appear within
the solid. This is the so-called “pre-nuclear” period, which
determines nucleus generation and thus further progress of
the reaction [49]. It turns out that at very low conversions
(a0 < 0.03) the dependence of the carburization rate on the
reaction time has a characteristic minimum. The sharp decline
in the carburization rate in the initial period is due to the need
to overcome some resistance because of the formation of
nuclei solid products. This effect is most pronounced at tem-
peratures below 523 K. It has been shown [73-74] that the
number of nuclei of the carbide phase is a function of time:

N =2z, [1- exp(-ky1)] @31

where z, is the number of potential sites of nucleation, S is
the surface area and k, is the rate constant of nuclei forma-
tion. The dependence of conversion on time is described by
the Avrami- Erofeev equation:

N=1z,S[1-exp(-kyt)] (32)

where k;’= k,/z,S/n. Processing experimental data using
Equation (31) yields the values of k; and k, through minimiz-
ing the root-mean-square deviation.

Obviously, the method of continuous measurement of
magnetization can be applied to studying any other
topochemical process which involves changes in magnetiza-
tion. Naturally, the temperature of the experiment should not
exceed the Curie temperature of ferromagnetic species.

6 CHARACTERIZATION OF COBALT CATALYSTS
DURING DIFFERENT PRETREATMENTS
AND THE FISCHER-TROPSCH REACTION

Because of their stability, higher per pass conversion and
high hydrocarbon productivity, cobalt catalysts represent the
optimal choice for synthesis of long-chain hydrocarbons in
Fischer-Tropsch synthesis. The Fischer-Tropsch reaction
proceeds on cobalt metal particles supported by oxide sup-
ports (Al,Oj, SiO,, TiO,, etc.). Information about the cobalt
metal species is therefore crucial for the design of these cata-
lysts. Only metallic cobalt has ferromagnetic properties. This
makes data interpretation much easier than for iron catalysts.
Both Co;0, and CoO are antiferromagnetic at lower temper-
atures. At the Néel temperature (30 K for Co,0, [75], 288 K
for CoO [76]) they undergo antiferromagnetic-paramagnetic
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transition. At ambient and higher temperatures, both Co;0,
and CoO exhibit paramagnetic behavior. This leads to only
very small magnetization of the oxidized cobalt catalysts in
the magnetic field. Our estimations suggest that the contribu-
tion of cobalt oxides to the overall magnetization is much
lower than 5%. Thus, for cobalt-containing catalysts the
magnetic method is almost selectively sensitive to the pres-
ence of cobalt metallic species.

The magnetic measurements for cobalt catalysts can be
conducted either in situ or ex situ. The in situ experiments
involve measuring catalyst magnetization during different
pretreatments and catalytic reaction. Cobalt has a high Curie
temperature (=1400 K) and hence cobalt reduction in most
cases can be investigated in sifu. A combination of the con-
ventional methods of catalyst investigation such as tempera-
ture-programed reduction (TPR) with a continuous measure-
ment of magnetization has proved to be very fruitful. The
ex situ experiments address characterization of catalysts
which were exposed to the reacting medium and then
transferred to the magnetometer. In several cases this transfer
can be done without exposure to air.

The magnetic method can provide three sorts of informa-
tion about cobalt FT catalysts. First, the extent of reduction
can be evaluated. The measurement of the concentration of
the cobalt metal phase can often be done in situ in transient
conditions. Secondly, the magnetic method can provide
important information about oxidation of cobalt nanoparti-
cles. Thirdly, the sizes of cobalt metal particles can be mea-
sured from the magnetic data.

6.1 Reducibility Measurements

Reduction of cobalt species can be followed in situ using the
magnetic method coupled with conventional TPR. Since the
magnetic method is very sensitive to the presence of ferro-
magnetic phases, the formation of cobalt metal particles can
be detected at relatively low concentrations, as was done for
example, in La(Co,Fe)O; perovskites [77, 78].

In contrast to conventional TPR, which operates with
diluted hydrogen, the magnetic measurements can be done in
pure hydrogen. This leads to more reliable data about cobalt
reducibility than those obtained from conventional TPR. It
was shown [79] that diluted hydrogen in TPR experiments
could lead to significantly lower extents of reduction than
those normally attained in pure hydrogen. The magnetic
method can also detect the temperature of emergence of the
cobalt metal phase. This information is essential for predic-
tion and description of catalytic performance of cobalt cata-
lysts in Fischer-Tropsch synthesis.

Figure 13 shows TPR profiles of 15% Co/ZrO, + 6%
Y,0; catalysts, calcined prior to reduction at 300 and 600°C
for 0.5 h [80]. The same figure also displays the temperature
dependence of magnetization during TPR measurements for
the same catalysts. The low temperature TPR peak is not
accompanied by an increase in magnetization. This suggests
that this peak can be attributed to partial reduction of cobalt
oxide which does not result in emergence of the ferromag-
netic phase, probably Co;0,— CoO transition. The TPR
peak observed at higher temperatures is accompanied by
increase in magnetization. And thus, it could probably be
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Figure 14

Magnetization versus temperature in pure hydrogen for
monometallic cobalt alumina-supported catalysts calcined at
(1) 473 K, (2) 613 K, (3) 673 K, (4) 773 K (ramping rate
28.2 K/min). Reprinted from [112] with permission from
Elsevier.

30

25

20

15+

10+

Magnetization (J) (emu/g)

O L 1 L Il Il
273 373 473 573 673 773 873 973
Temperature (K)

Figure 15

Magnetization versus temperature in pure hydrogen for
monometallic (1) and (2) platinum promoted (0.1 wt.% Pt)
cobalt alumina-supported catalysts (catalyst calcination
temperature is 773 K, ramping rate during reduction
28.2 K/min).

attributed to the CoO — Co reduction step. High catalyst
calcination temperature leads to the decrease in intensity of
the low temperature TPR peak and to its disappearance for
the catalyst precalcined at 600°C. This is probably attrib-
uted to lower stability of supported Co;0, at higher tem-
peratures and its transformation into more stable CoO. At
T > 500°C the TPR profiles exhibit the third peak, which is
accompanied by an increase in magnetization and thus cor-
responds to the emergence of the metal phase. This peak
could be attributed to the reduction of a mixed, hardly
reducible Co-Zr oxide.

Figures 14 and 15 dispaly the in situ magnetic data for
monometallic and Pt-promoted cobalt alumina-supported
catalysts obtained in pure hydrogen. It appears [81] that the
temperature of emergence of the cobalt metal phase in
monometallic cobalt alumina-supported catalysts is a func-
tion of the catalyst calcination temperature. The cobalt
metallic phase was detected starting from 547 K in the cata-
lyst which was calcined at 473 K, while in the catalysts pre-
calcined at higher temperatures (643, 673 and 773 K), the
cobalt metallic phase emerges at 570-581 K. Different
results were obtained for silica-supported catalysts. In those
catalysts it was found that cobalt reduction proceeded much
more easy when the catalysts were calcined at moderately
higher temperatures (673 K instead of 423 K [82]). These
effects were interpreted in different interactions between the
cobalt and support in alumina- and silica-supported cata-
lysts. Promotion with noble metals (Pt, Ru and Re) can also

significantly facilitate cobalt reduction [79, 81, 83]. Figure
15 shows that cobalt metal particles in Pt-promoted catalysts
can be detected by the magnetic method at 463-473 K, while
in monometallic cobalt catalysts the metallic particles were
usually observed above 563 K.

The magnetic method could also provide information
about the mechanism of cobalt reduction. Figure 16 displays
differential magnetization (dJ/dT) measured at different heat-
ing rates for Pt-promoted cobalt alumina-supported catalysts.
The differential magnetization is proportional to the rate of
formation of cobalt metal phases. Figure 16 shows that the
position of the differential magnetization maxima is a func-
tion of the catalyst heating rate; the maximum of differential
magnetization is situated at a lower temperature, when the
catalyst is heated with a slower heating rate. This suggests
that formation of cobalt metal phases is an activated process.
The activation energy of formation of the cobalt metal phase
can be calculated using the equation [84]:

d(ln Tq;)

where E is the activation energy, R is the universal gas con-
stant, ® is the heating rate and 7, is the temperature of the
maximum of differential magnetization. In this method the
activation energy is calculated from the slope in the plot of

__E (33)
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Influence of temperature rate on the differential
magnetization of a cobalt Pt-promoted cobalt alumina-
supported catalyst in pure hydrogen. Reprinted from [112]
with permission from Elsevier.
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Extent of cobalt reduction in cobalt alumina-supported
catalysts as a function of time on-stream in a slurry bubble
column reactor.
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of cobalt metal phases for monometallic and Pt-promoted
cobalt alumina-supported catalysts were, respectively, 130
and 60 kJ/mol [81].

Other promoters of Co reduction have been studied. The
selective production of higher alcohols (gasoline boosters)
from syngas is a special case of Fischer-Tropsch synthesis
developed by the IFP [85-86]. The process makes use of
Co/Al,O5 catalysts obtained via a specific coprecipitation
method with Cu, Zn and Na as promoters. It has been shown
by a combined TPR/magnetic study that Cu favors Co reduc-
tion via two effects:

— Cu decreases the amount of Co ions located in the spinel

CoAl,0,, a structure that is difficult to reduce
— metallic copper, produced at low reduction temperatures,

may act as a catalyst for the Co reduction [87].

Unfortunately, in situ magnetic measurements are not
always feasible in realistic Fischer-Tropsch reaction condi-
tions, because of difficulties maintaining high pressures and
temperatures in the experimental cell during magnetic mea-
surements. In this case, however, the essential information
about cobalt catalysts can be obtained using a “pseudo in situ”
method [88]. Note that in the reactor, cobalt catalysts are usu-
ally coated with hydrocarbon wax produced by Fischer-
Tropsch synthesis. It is assumed that this wax can protect
cobalt catalysts from reoxidation during their transfer from the
reactor to the magnetometer and during the magnetization
measurements. Van de Loosdrecht e al. [88] characterized
wax-coated cobalt alumina-supported catalysts which were

exposed to commercially relevant Fischer-Tropsch conditions
(503 K, 20 bar (H, + CO), conversion between 50 and 70%)
in a 100 barrel/day slurry bubble column reactor with a diam-
eter of 0.9 m. The extent of reduction was calculated from the
value of saturation magnetization. Figure 17 shows the extent
of cobalt reduction in the alumina-supported catalysts as a
function of time on-stream. The extent of cobalt reduction
does not seem to decrease with time on-stream. It is often pos-
tulated [1, 89, 90] that reoxidation of small supported cobalt
particles by water produced by Fischer-Tropsch synthesis is
the principal reason for catalyst deactivation. The magnetic
data [88] suggest however that reoxidation of cobalt metal
particles in industrial Fischer-Tropsch reactors could be pre-
vented by efficient control of water and hydrogen pressures.
The metallic stability of cobalt under Fischer-Tropsch con-
ditions (523 K, 50 bar (2 H, + CO), GHSV 10* h), has also
been related to the catalyst formulation [87]. In line with
report [88], the magnetization of a Co/Al,O; catalyst, selec-
tive towards hydrocarbons, is unchanged during the reaction,
the observed catalyst deactivation being related to carbon
fouling (no bulk oxide or carbide formation). Contrarily, the
CuNaZn-promoted Co/Al,O;, selective towards higher alco-
hols, shows, under similar reaction conditions, a loss of metal-
lic cobalt that has been related to the formation of Co,C [87].

6.2 Oxidation of Cobalt Nanoparticles

Oxidation of small cobalt particles in Fischer-Tropsch
catalysts is important from both practical and theoretical
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points of view. Practically, it is important to know the optimal
conditions for passivation of reduced catalysts. In addition, it
is essential to know the conditions when the active metal can
be oxidized. Both of these phenomena require understanding
the specificity of oxidation of small metal particles.

From the theoretical point of view, small metal nanoparti-
cles can be considered as model systems to study the depen-
dence of topochemical reactions on the particle size of ferro-
magnetics. The method of continuous in situ measurement of
magnetization provides important information about their
low temperature oxidation (from 280 to 500 K).

During oxidation the magnetization decreases from the
initial value which corresponds to the reduced sample, 1, to
some value, /(f), which corresponds to time ¢. Assuming the
number of cobalt metal particles to be constant, the magne-
tization, I, is proportional to r3, where r is the radius of an
average Co particle. From geometric considerations it is
easy to show that the oxide layer thickness can be defined
as follows:

-1/3
d=r- 1—(1.48-(1—0—1)+1) (34)
1(1)

where 1.48 is the ratio of Co and CoO densities.

It is known that the gradient of electric potential is very
small when oxide films have considerable thickness.
Consequently, the mass transfer only depends on the concen-
tration gradients. In these circumstances the oxidation pro-
ceeds according to the parabolic law, which follows from the
theory of Wagner [91]. In the case of thin oxide films, how-
ever, especially at low temperatures, when the diffusion of
ions is hindered, the gradient of electric potential may play a
major role. The kinetics of thin oxide film formation at low
temperatures is consistent with the Cabrera-Mott theory [92].
The theory predicts the existence of a critical temperature.
Below this temperature the film thickness reaches the limit,
which can be several dozens of angstroms. After attaining
this limit the film growth considerably slows down.

The thickness, §, of oxide film is a function of the temper-
ature. This thickness can be determined from the equation:

5o Veb (35)
(W -39,T)

where V is the electric potential in the oxide layer, e is the
electron charge, b is the value approximately equal to a half
of the interplanar distance of the oxide crystal lattice, W is the
work necessary to remove from the cation vacancy from the
surface to the volume and kj is the Boltzmann constant.
Equation (35) suggests that the thickness limit exists only at
temperatures below W/39k.

Figure 18 shows the dependence of the thickness of oxide
layer on time for the isothermal oxidation of a 10 wt.%
Co/Al,O5 catalyst at several temperatures. After the oxide
film has attained some thickness, its growth is strongly
affected by the temperature. This qualitatively corresponds to

the oxidation involving the Cabrera-Mott model [92].
Oxidation in non-isothermal mode allows the production of
TPO (temperature-programed oxidation) profiles, which
reflect the dependence of the oxidation rate on temperature.
The oxidation rate is determined by the rate of decrease in
magnetization, thus the magnetization-TPO profiles in this
case reflect only a drop in cobalt metal concentration, as
opposed to the traditional method of TPO, which records the
overall rate of oxygen absorption by the sample. Figure 19
displays magnetization-TPO profiles for the 10 wt.%
Co/ZrO, + 6% Y ,05 catalyst.

To explain the presence of several peaks in magnetization-
TPO profiles which correspond to several maxima of oxida-
tion rates, the fraction of superparamagnetic particles was
measured at different stages of oxidation. The highest is the
fraction of superparamagnetic particles, the smallest is the
average size of cobalt particles in the catalyst. The measure-
ments of the residual magnetization indicate a decline in the
fraction of superparamagnetic particles after the first TPO
peak has been attained. Thus, it follows that the first TPO
peak is probably due to the oxidation of relatively small Co
particles, while the second peak corresponds to the oxidation
of larger metal particles.

The magnetization-TPO spectra can therefore provide the
essential information about the metal particle size distribution.
Note that it is rather difficult to extract this information from
the conventional TPO method, because the TPO profiles are
usually rather complex. A combination of TPO profiles with
in situ measurements of magnetization provides new insights
into metal particle size distribution in cobalt catalysts.
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Figure 18

Dependence of the thickness of oxide layer on the surface of
cobalt particles on time of oxidation for 10 wt% Co/Al,O5.
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Figure 19
TPO profile of a 10 wt.% Co/ZrO, + 6% Y,05 catalyst.

6.3 Measuring Cobalt Metal Particle Size

Determination of sizes of cobalt particles is based on the
relation between the magnetization and intensity of magnetic
field. Below are summarized several methodologies which
were used in our recent publications to determine cobalt
metal particle sizes in supported catalysts.

First, the preliminary analysis of cobalt particle size distri-
bution in cobalt-supported catalysts can be realized using
variation in coercive force during mild oxidization (see also
Sect. 3). It is known that the coercive force increases with the
size of single-domain cobalt particles and reaches [12, 19,
42] a maximum for cobalt metal particles of about 20 nm.
Then the coercive force decreases to the limit typical of bulk
metal cobalt. At relatively low temperatures, oxidation of
cobalt metal particles follows a Cabrera-Mott mechanism
(see Sect. 6.2) [92]. In this mechanism, the oxidation pro-
ceeds via formation of thin oxide layers on the surface of
metal particles. Therefore, oxidation in mild conditions could
reduce the apparent size of cobalt metal particles. If the aver-
age size of cobalt particles is larger than 20 nm, the decrease
in the apparent size of cobalt metal particles would result in
an increase in coercive force. If the average size of cobalt
particles is smaller than 20 nm, the oxidation would lead to a
decrease in coercive force. This technique allows qualitative
ranking of cobalt-supported catalysts into two major groups:
catalysts with larger cobalt particles (> 20 nm) and catalysts
with smaller cobalt particles (< 20 nm).

The second method of evaluation of cobalt particle size
distribution involves catalysts which contain only superpara-
magnetic and single-domain ferromagnetic cobalt particles.

In these catalysts the fraction of superparamagnetic particles
can be estimated using Equation (20). This method was used
to evaluate variation of cobalt particle size in monometallic
and Pt-promoted cobalt alumina-supported catalysts [81].
Table 1 shows that promotion with Pt and higher catalyst
reduction temperatures of monometallic cobalt alumina-sup-
ported catalysts result in an increase in the fraction of super-
paramagnetic particles and thus, in smaller average diameter
of cobalt particle size. Some increase in the fraction of cobalt
superparamagnetic particles upon promotion with Ru and Re
was also observed [79] in silica-supported catalysts.

TABLE 1

Fraction of superparamagnetic cobalt particles in alumina-supported
catalysts calculated using Equation (20) as a function of catalyst reduction
temperature and promotion with Pt

Fraction of
Catalyst Reduction super-paramagnetic
Catalyst calcination temperature Cot.)alt rr.1etal
temperature (K) particles in the
reduced catalysts
(d<Tnm) (%)

973 70
Co/Al,05-473 473

673 66

973 61
Co/Al,05-613 613

673 60

973 58
Co/Al,05-673 673

673 54

973 62
Co/Al,05-773 773

673 56

973 87
Co/Al,05-473 473

673 90

973 71
Co/Al,05-773 773

673 77

* Reduction in pure hydrogen, ramp 28.2 K/min.

The third method of particle size analysis addresses cat-
alysts which contain only superparamagnetic catalysts. In
these catalysts the cobalt particle size can be obtained by
fitting the field dependence curves using the Langevin for-
mula (Equation (8)). Barbier and Dalmon et al. [37, 93-94]
showed that small cobalt particles could be prepared in sil-
ica-supported catalysts using the ammonia method. The
magnetic method revealed that these small cobalt metal
particles had superparamagnetic properties. The particle
size distributions in these catalysts were measured using
the Langevin function. The magnetic data were consistent
with the results of transmission electron microscopy. The
catalytic performance in CO + H, reaction as a function of
Co average particle size showed that the reaction rate
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(expressed per metallic surface area) presented a maxi-
mum. Smaller particles were not efficient towards CO con-
version and chain growth. This was related to the so-called
ensemble effect [95].

Impregnation of silica with cobalt acetate solution also
results in cobalt superparamagnetic particles [79]. Figure 20
presents the field dependences measured for the catalysts pre-
pared from cobalt acetate. The field dependence without hys-
teresis loop is indicative of the presence of only superpara-
magnetic metal particles in these catalysts. The size of cobalt
metallic particles was estimated using Equation (8). The cal-
culation yields the size of superparamagnetic particles in the
range of 3-6 nm.

The superparamagnetic particles can also be obtained in
silica-supported catalysts prepared using addition of sucrose
during co-impregnation with solutions of cobalt nitrate and
ruthenium or rhenium precursors [79]. The hysteresis loops
observed in these catalysts without sucrose addition suggest
the presence of single-domain and multidomain ferromag-
netic particles (Fig. 21a). This indicates the large size of
cobalt particles. Addition of sucrose to the impregnating
solution results in a major increase in cobalt dispersion.
Mostly superparamagnetic particles were detected in these
catalysts after their reduction in hydrogen. The calculation
yields cobalt particle size of 4 nm for cobalt silica-supported
catalysts promoted with rhenium and sucrose. The relevant

T T T
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- RuAcd=3.6nm
-4 Re Ac d=3.3nm
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Figure 20

Field dependences measured for cobalt silica-supported
catalysts prepared from cobalt acetate: (Ac) monometallic
Co/Si0,, (RuAc) CoRu/SiO,, (ReAc) CoRe/SiO,. The
catalysts were obtained via soft decomposition of cobalt
acetate at 443 K. The cobalt particle sizes in the reduced
catalysts were calculated from the Langevin formula
(Equation (8)).

cobalt Ru-promoted catalyst prepared with sucrose addition
probably contains both superparamagnetic and single-domain
ferromagnetic particles (Fig. 21b). The calculation using
Equation (20) estimates as 97% the fraction of superparag-
manetic particles in this catalyst. The fraction of single-
domain ferromagnetic particles in this sample is therefore
lower than 3%. Assuming that 3% of single-domain ferro-
magnetic particles do not disturb to a larger extent the field
dependence curve, the evaluation using the Langevin func-
tion (Equation (8)) yields 6 nm for cobalt metal particle size
in CoRu/SiO, prepared with sucrose addition.
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Figure 21

Field dependences measured for CoRu/SiO, catalysts
prepared without a) and with b) addition of sucrose.
Reprinted from [112] with permission from Elsevier.
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Smaller cobalt superparamagnetic particles can also be
prepared in alumina-supported catalysts using decomposition
of cobalt nitrate in glow discharge plasma [96]. The experi-
mental procedure was similar to that previously applied to
nickel catalysts [97]. The supports were impregnated with
cobalt nitrate and dihydrogen hexachloroplatinate and dried
at 373 K. Then, the plasma treatment in mild conditions was
performed, at nearly room temperature for 45 minutes in
nitrogen plasma for decomposition, and for another 45 min-
utes in hydrogen plasma for reduction. The catalysts were
reduced at 673 K in hydrogen flow. The relevant field depen-
dence curves exhibit [96] the sigmoid shape characteristic of
superparamagnetic particles with an average cobalt particle
size of about 5 nm.

The preparation recipe may play a key role in the final Co
dispersion. A Co/Al,O; catalyst prepared by coprecipitation
and reduced at 773 K shows a large fraction of ferromagnetic
particles blocked at room temperature (ca. 30 wt.%) [87].
When Cu is introduced during the coprecipitation, the system
is superparamagnetic (average particle size 4 nm). This effect
has been related to the higher dispersion of the Co oxide
phase in the precursor, before reduction [87]. Such an effect
of Cu addition has not been observed in the case of conven-
tional impregnation of Co and Cu [98].

7 COMPARISON OF MAGNETIC METHODS
AND OTHER TECHNIQUES OF CATALYST
CHARACTERIZATION

The magnetic method is particularly sensitive to the presence
of ferromagnetic phases in cobalt, iron and nickel catalysts.
Three sorts of information about catalyst structure can be
obtained:
— about the overall fraction of ferromagnetic phases,
— about size and size distribution of ferromagnetic particles,
— about the mechanism of formation of different carbide and

oxide phases in iron catalysts.
Variation in magnetization during chemisorption can provide
information about the stoichiometry of chemisorption, in par-
ticular for nickel catalysts. Saturation magnetization allows
quantitative evaluation of the fraction of the cobalt metal
phase and thus the extent of cobalt reduction in both transient
and steady state conditions during different pretreatments and
catalytic reaction. Measuring field dependences (magnetiza-
tion versus magnetic field) could provide essential informa-
tion about the sizes of ferromagnetic particles. The specificity
of the magnetic method is that in many cases the information
about catalyst structure can be obtained in situ when the
sample has become inaccessible to other characterization
techniques.

Temperature-programed reduction (TPR) is a common
technique which can evaluate catalyst reducibility. The TPR
methods, however, has several shortcomings. The reduction

in TPR experiments is conducted in diluted hydrogen (typi-
cally 5-10% H, in inert gas), while the catalysts for catalytic
measurements are typically reduced in pure hydrogen. It is
known [79] that the rate and extent of reduction are to a
greater extent affected by hydrogen partial pressure. Thus,
the extent of reduction calculated from hydrogen consump-
tion in TPR experiments could be much lower than the extent
of reduction normally obtained during reduction in pure
hydrogen. Note that the reduction of transition metal oxides
often involves several steps, e.g. the reduction of Co;0, to
cobalt metallic phases usually proceeds via intermediate for-
mation of CoO [99-101]. Thus, the attribution of hydrogen
consumption peaks to different metal oxide reduction steps is
often arbitrary in TPR experiments [102] and should always
be confirmed by additional experimental evidence. In cobalt
catalysts, only metallic cobalt has ferromagnetic properties.
Thus, with cobalt catalysts the increase in magnetization is
primarily due to the growth of cobalt metallic phases.

Several spectroscopic methods such as X-ray photoelec-
tron spectroscopy (XPS), X-ray diffraction (XRD) and X-ray
absorption (XANES/EXAFS) [103] also allow the measure-
ment of the extent of reduction. The accuracy in measuring
the extent of reduction depends, however, on the quality
of the decomposition of spectra, which often represent a
combination of signals coming from different reduced and
oxidized phases. The experiments are commonly conducted
with the reduced catalysts in quasi-steady state conditions,
while the magnetic method can detect magnetization variation
in the catalyst transient state. The rapid development of
time-resolved spectroscopy such as dispersive EXAFS and
Quick-EXAFS [104] can possibly overcome some of these
difficulties.

The magnetic method also provides quantitative informa-
tion about particle sizes and particle size distribution.
Unfortunately, the particle size can only be estimated qualita-
tively when the catalysts contain both single-domain and
multidomain ferromagnetic particles. It is known that XRD,
TEM, XPS and EXAFS also provide information about
metal particle size in the supported catalysts. The principal
drawback of particle size evaluation from XRD profiles
using the Scherrer equation or Williamson-Hall method
[105] is due to the polycrystallinity of small metal and oxide
particles in supported catalysts. The accuracy in evaluation of
the crystallite sizes smaller than 6 nm from XRD data is
rather low because of significant broadening of the diffrac-
tion patterns.

Evaluation of particle size from transmission and scanning
electron microscopy requires uniform catalyst samples [106].
Sample heterogeneity can introduce dramatic effect on the
quality of particle size evaluation. In the samples with high
metal contents, the presence of agglomerates makes it diffi-
cult to obtain sufficient contrast and to measure the sizes of
primary metal particles. The electron beam could alter parti-
cle size [107], particularly when interacting with smaller
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metal particles. The electron measurements are usually con-
ducted in ultrahigh vacuum or at very low pressures [106],
while it is generally accepted that the presence of gaseous
components can significantly modify catalyst structure.

The Kerkof-Moulijn [108] and Kuipers models [109] are
commonly used for evaluation of nanoparticle sizes from
XPS data. These models, however, are only valid for diluted
samples (metal content < 10 wt.%). In addition, the simulta-
neous presence of different oxidized and reduced phases can
significantly complicate interpretation of XPS data. XPS is
only sensitive to the surface and subsurface layers of the cat-
alyst [110] and non-uniform distribution of active compo-
nents with the catalyst grain can significantly affect the
results of XPS analysis. EXAFS provides [103, 106] infor-
mation about the sizes of metal particles smaller than 1-2 nm.
For larger particles, however, the accuracy of this technique
is much smaller due to very minor correlation between parti-
cle size and coordination number [111]. The chemisorption
methods measure only the number of metal sites in the cata-
lysts. The amount of adsorbed gas strongly depends on the
stoichiometry of adsorption, which is often uncertain for
metal catalysts. It is known that the number of metal sites in
supported catalysts is a function of both metal reducibility
and metal particle size. The chemisorption methods cannot,
however, distinguish between contributions to the number of
metal sites arising from variation in metal dispersion or metal
reducibility.

CONCLUSION

In summary, it could be argued that magnetic characterization
in combination with conventional techniques, such as high-
resolution electron microscopy, X-ray absorption spectroscopy,
X-ray photoelectron spectroscopy, X-ray diffraction, temper-
ature-programed reduction, temperature-programed oxida-
tion, temperature-programed surface reaction and chemisorp-
tion provides additional and sometimes unique information
about the catalysts which contain ferri- or ferromagnetic
phases. Magnetization is very sensitive to the fraction of the
ferromagnetic phase and the sizes of small ferromagnetic
nanoparticles. It appears that the small ferromagnetic particles
are often unstable in air. Thus, the use of in situ and
operando experimental setups is highly recommended.

The magnetic method is particularly suited for cobalt-
containing catalysts. Only metallic cobalt has ferromagnetic
properties. This simplifies the interpretation of magnetization
data. The Curie temperature for cobalt is much higher than
for iron and nickel. This allows investigation of small cobalt
nanoparticles by the magnetic method in the conditions char-
acteristic of most of the catalyst pretreatments and during
catalytic reactions such as Fischer-Tropsch synthesis.

The uniqueness of metal-supported catalysts should also
be emphasized in terms of physics of nanoparticles. In metal-

supported catalysts with a high specific surface there is virtu-
ally no dipole-dipole magnetic interaction. This considerably
facilitates investigation of these systems using the magnetic
methods.
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