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Abstract. Applicability of using Dry Reforming of Methane (DRM) using low-cost Ni-based catalysts instead
of Conventional Steam Reformers (CSR) to producing syngas simultaneously with reducing the emission of
carbon dioxide was studied. In order to achieving this goal, a multi-tubular recuperative thermally coupled
reactor which consists of two-concentric-tubes has been designed (Thermally Coupled Tri- and Dry Reformer
[TCTDR]). By employing parameters of an industrial scale CSR, two proposed configuration (DRM with fired-
furnace and Tri-Reforming of Methane (TRM) instead of fired-furnace (TCTDR)) was simulated. A mathemat-
ical heterogeneous model was used to simulate proposed reactors and analyses were carried out based on
methane conversion, hydrogen yield and molar flow rate of syngas for each reactor. The results dis-
played methane conversion of DRM with fired-furnace was 35.29% and 31.44% for Ni–K/CeO2–Al2O3 and
Ni/La2O3 catalysts, respectively, in comparison to 26.5% in CSR. Methane conversion in TCTDR reached
to 16.98% by Ni/La2O3 catalyst and 88.05% by NiO–Mg/Ce–ZrO2/Al2O3 catalyst in TRM side. Also, it was
15.88% using Ni–K/CeO2–Al2O3 catalyst in the DRM side and 88.36% using NiO–Mg/Ce–ZrO2/Al2O3

catalyst in TRM side of TCTDR. Finally, the effect of different amounts of supplying energy on the
performance of DRM with fired-furnace was studied, and positive results in reducing the energy consumption
were observed.

1 Introduction

Hydrogen is a main raw material for chemical industries
such as oil refining industries, production of ammonia,
dimethyl ether, methanol, or aniline [1–4]. Also, it has
potential in producing and transporting electricity due to
its beneficial characteristics such as sustainability, renewa-
bility, high energy content, easiness in storage and trans-
portation, high efficiency (particularly in fuel cells), and
environmentally friendly [4–6]. In addition to hydrogen,
synthesis gas (a mixture of fuel gas) which is comprising
of hydrogen and carbon monoxide has a crucial role as an
intermediate in industries. Syngases could be used to
produce several chemicals and fuels like methanol,
Fischer–Tropsch fuels, ethanol, and dimethyl ether [7–12].
Synthesis gas (syngas) is produced from various feedstocks
such as coal, petroleum coke, biomass, and natural gas, the
efficient commercial production of syngas has gained global
regard in the last decades [10–14]. The two major opera-
tional problems in syngas production from natural gas are
procuring the desired syngas quality (H2/CO ratio) and

preventing coke formation. The desired quality of syngas
depends on the purposed application for the syngas
[15, 16]. One of the basic and low-cost procedures to pro-
duce syngas with desired quality is the reforming of natural
gas [10]. There are four reforming processes; Steam Reform-
ing of Methane (SRM), Dry Reforming of Methane (DRM),
Partial Oxidation of Methane (POM), and Tri-Reforming
of Methane (TRM) [10].

Natural gas is known as the cleanest fossil fuel, and
although methane steam reforming is a traditional, and
most prevalent procedure for the production of syngas,
but high energy consumption in the low-performance
fired-furnace and high H2/CO ratio are drawbacks of steam
reforming [9, 13, 17]. On the other hand, all of the processes
widely utilize fossil fuels and produce a large quantity of
CO2 around the world, which causes negative effects on
the environment such as global warming, climate change,
and ocean acidification [1]. It is predictable that, if various
industries utilize the fossil resources without any consider-
able decreasing in consumption, then CO2 separating
must be used to reduce the atmospheric CO2 levels to stop
more deterioration on the environment [1]. Consequently,
CO2 conversion and consumption have acquired notable* Corresponding author: m.abbasi@pgu.ac.ir
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consideration universally not only due to its negative effect
on the global climate, but on sustainable development, CO2
can be utilized as an important carbon source for chemical,
oil, and food industries [17–19]. Carbon dioxide is mostly
produced by separating from industrial process waste
streams in order to reach pure amounts of CO2 [18].
Whereas the separation of carbon dioxide from other com-
pounds in the waste streams consumes an enormous
amount of energy and subsequently will be costly, if pure
CO2 doesn’t be needed, CO2 converting in concentrated
sources without separation of CO2 is favored [17, 18]. Flue
gases that are produced from fired electric power plants
(coal and/or natural gas-fired) are concentrated sources of
carbon dioxide that consist of CO2, H2O, O2, and N2 could
be a suitable feed for new processes like tri-reforming [17].
Tri-reforming and dry reforming have been suggested by
some researchers as an effective procedure for reutilizing
CO2 without pre-purification [17, 18].

The dry reforming of methane has gained significant
attention recently because of two major reasons: (1) this
process consumes waste CO2 and CH4 (greenhouse gases)
to produce syngas, (2) this process produces syngas with
an appropriate H2/CO ratio for DME (dimethyl ether)
and Fischer–Tropsch synthesis products [10, 13, 20]. Since
dry reforming lonely is not applicable commercially; there-
fore, combined dry and tri-reforming processes have been
proposed as an environment-friendly and efficient proce-
dure for utilization of CO2 and production of syngas. Dry
reforming of methane is a procedure that converts CH4
and CO2 to worthful products as CO and H2 that are
named synthesis gas [17, 21–23]. These below reactions
occur during DRM:

CH4 þ CO2 � 2COþ 2H2 �H� ¼ 247:3 kJ=mol: ð1Þ
Reverse water gas shift is a significant side reaction:

CO2 þ H2 �COþ H2O �H� ¼ �41:1 kJ=mol: ð2Þ
One of the main drawbacks of DRM is coke formation on
the active surface of catalysts that cause catalyst deactiva-
tion rapidly. Carbon deposition depends on parameters
such as: temperature, catalyst type, and the existence of
oxygen and steam in the process, though, and carbon depo-
sition could be significantly eliminated by adjusting param-
eters and using an adequate catalyst [17, 24].

Tri-reforming of methane has been designed in order to
produce syngas which combines steam reforming of
methane, carbon dioxide reforming of methane, and oxida-
tion of methane in a single reactor. The following reactions
occur during TRM [4, 10, 15, 25]:
Steam Reforming of Methane (SRM):

CH4 þ H2O�COþ 3H2 �H� ¼ 206:3 kJ=mol; ð3Þ

CH4 þ 2H2O�CO2 þ 4H2 �H� ¼ 164:9 kJ=mol: ð4Þ
The Carbon dioxide Reforming (CDR) of methane:

CH4 þ CO2 � 2COþ 2H2 �H� ¼ 247:3 kJ=mol: ð5Þ

Partial Oxidation of Methane (POM):

CH4 þ 1
2
O2 �COþ 2H2 �H� ¼ �35:6 kJ=mol: ð6Þ

Complete Oxidation of Methane (COM):

CH4 þ 2O2 �CO2 þ 2H2O �H� ¼ �880 kJ=mol: ð7Þ
Water-Gas Shift Reaction (WGSR):

COþ H2O�CO2 þ H2 �H� ¼ 41:1 kJ=mol: ð8Þ
Water-Gas Shift Reaction (WGSR) is one of the leading
chemical reactions which taking place in the TRM and
has a substantial impact during the whole process
[10, 26]. In the reaction system the existence of oxygen
and steam help avoid the carbon deposition on the catalyst
surface, and also the molar H2/CO ratio in the TRM can be
controlled better to reach the desired ratio. Also, besides the
TRM process integrates endothermic reactions and exother-
mic reactions [15]. The presence of methane complete and
partial oxidation reactions in the tri-reforming process
causes to generate a huge amount of heat that is high as
it could be utilized for endothermic processes [6, 10, 17,
27]. Syngas produced by the TRM process has the molar
H2/CO ratio of about 1.5–2, which is appropriate for pro-
ducing chemical products, for instance: dimethyl ether,
methanol, and also liquid hydrocarbons [6, 10, 17, 27].

As mentioned above, the combination of TRM and
DRM processes is an effective and economical method in
order to produce syngas and also decrease greenhouse gas
emission. The purpose of thermally coupled reactors model-
ing is finding an acceptable solution to eliminate huge fired
furnaces and save energy [6]. In general, in thermally cou-
pled reactors, the exothermic reactions as a heat source
are coupled with endothermic reactions in a single reactor
[10]. Therefore, some extent of generated heat from the
exothermic reaction is transferred to the other side of the
TCTDR to drive endothermic reaction [10]. Thermally cou-
pled reactors are categorized into three main groups; direct,
regenerative, and recuperative coupling [8]. A large number
of researchers have studied recuperative coupling in recent
years [6, 10, 28, 29]. Recuperative coupling reactors config-
uration consists of two vertical fixed-bed concentric tubes,
which are separated by a wall [6, 10, 17, 30]. Commonly,
the generated heat by the exothermic reaction in the inner
tube side is transferred across the tube surface to provide
the required heat for endothermic reaction in the outer tube
side. Therefore, either of reactions are proceeded simultane-
ously [6, 10, 17, 30].

The novelty of current study in comparison to our pre-
vious research [10] is replacing expensive Rh-based catalysts
in DRM side that causes application of these catalysts
practically unusable in industries [31–33] with low-cost
Ni-based catalysts due to wide availability of Ni metal
which are modified by active metals and have been applied
in industries [6, 10]. Also, in this research in comparison to
previous research, two proposed configuration was simu-
lated including utilizing of fired-furnace for DRM and
employing TRM for heat supplying and effect of different
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amount of supplying energy on performance of DRM
process with fired-furnace was studied.

2 Process description

2.1 Conventional Steam Reformer (CSR)

A scheme of the CSR is displayed in Figure 1. This reactor
produces syngas in order to compose methanol in Zagros
Petrochemical Company, Assaluyeh, Iran [6, 10]. The con-
ventional steam reformer has been composed of a fixed
bed reactor that steam reforming reaction is conducted
along the tubular reactor and an enormous fired-furnace
(69 MWth) for supplying the required energy to drive
steam reforming reaction [6, 10, 13].

As shown in Figure 1, the pre-reformed gas after being
preheated is directed to the steam reformer to be more con-
verted into CO, CO2, and H2 at Lurgi design. In the CSR,
the generated heat by methane combustion in a huge top
fired rectangular furnace (with carbon dioxide generation
and high energy consumption) is transferred to supply a
uniform heat flux for the required heat in endothermic reac-
tion. The steam reforming procedure includes two succes-
sive reactions: SRM (Eq. (3)) and WGS (Eq. (8)), [10].
The methane oxidization with steam (steam reforming
reaction) is extremely endothermic (DH� = 206.3 kJ/mol

at 25 �C), and the needed heat is supplied utilizing the
reformer furnace. Then, CO is oxidized into CO2 entirely
during the Water-Gas Shift (WGS) reaction [34]. The out-
let stream of CSR, which comprises syngas, is directed to
the Conventional Auto-thermal Reformer (CAR) to
achieve the complete conversion of methane and desired
H2/CO ratio for methanol production [6, 10]. The vertical
tubes are filled with Ni-based catalysts [6, 10].

Operational conditions, reactor and catalyst character-
istics, and CSR feed composition have been listed in Table 1,
[6, 10].

2.2 Dry Reforming of Methane (DRM) with
fired-furnace supplying energy

Dry Reforming of Methane (DRM) is another procedure for
syngas production. As mentioned before, the main advan-
tage of DRM is producing syngas by consuming CO2 as a
greenhouse gas. Moreover, the molar H2/CO ratio of syngas
is close to 1, which is suitable for DME and Fischer–Trop-
sch synthesis products [10]. The dry reforming process con-
sists of DRM as the main reaction (Eq. (1)), and
meanwhile, the successive reverse WGS as the side reaction
(Eq. (2)) generates water and CO [34]. DRM is highly
endothermic and is favorable at high temperature and low
pressure [13]. Under stoichiometric conditions and high
temperature (above 1300 K), methane decomposition

Fig. 1. Schematic of Conventional Steam Reformer (CSR).
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(Eq. (9)) and carbon deposition (Boudouard reaction,
Eq. (10)) occur that cause to coke formation and catalyst
deactivation [13, 34].
Methane decomposition:

CH4 �Cþ 2H2 �H� ¼ 74:9 kJ=mol: ð9Þ
Boudouard:

2CO�CO2 þ C �H� ¼ �172:2 kJ=mol: ð10Þ
For studying the first configuration that fired-furnace is
employed to supplying energy of DRM, DRM replaced with
SRM in tubes of industrial-scale CSR that presented in
Figure 1 and Table 1. Therefore, operational conditions,
reactor, and catalyst characteristics of DRM with fired-
furnace supplying energy plus feed composition have been
listed in Table 2, [6].

2.3 Thermally Coupled Tri- and Dry Reformer
(TCTDR)

Figure 2 represents a schematic of Thermally Coupled
Tri-reforming and DRM Reactor (TCTDR) that TRM pro-
vides heat instead of fired-furnace. According to this figure,
a multi-tubular reactor consists of 184 two-concentric-tubes
with 12 m length, has been proposed for the second config-
uration [10]. The reactor beds are filled with Ni-based cata-
lysts. As it shown from the tube magnification, the
endothermic DRM takes place in the inner side of the tube
while the tri-reforming process happens in the outer side of
the tube. Tri-reforming reaction generates required energy

in order to proceed its endothermic reactions of dry DRM
in the inner tube side [10, 17]. The Tri-Reforming of
Methane (TRM) is an efficient combination of steam
reforming, dry reforming, and oxidation of methane in a sin-
gle reactor to produce useful syngas with adequate molar
H2/CO ratio for producing chemical products for example
dimethyl ether, methanol, and also liquid hydrocarbons
[10, 34]. Furthermore, the TRM process eliminates coke
deposition because of the existence of oxygen and hydrogen
[6, 10, 34, 35]. In addition to the reactions as mentioned
above (Eqs. (1)–(10)), other reactions which occur during
TRM are described as following [34]:

Cþ H2O�COþH2 �H� ¼ 131:4 kJ=mol; ð11Þ

CþO2 �CO2 �H� ¼ �393:7 kJ=mol: ð12Þ
In must be noted that the DRM reaction takes place in the
inner tube side that the vertical tubes of the reactor have
been loaded with Ni/La2O3 or Ni–K/CeO2–Al2O3
catalysts (Fig. 1). All specifications and characterizations
of the DRM side in TCTDR configuration are similar to
Table 2.

In the TRM side, at first, in order to prepare the feed
stream, the pre-reformed gas stream is blended with the
stream of natural gas and adjusts the ratio of steam, carbon
dioxide, and oxygen [6, 10, 17]. Then the blended stream is
directed across the tri-reforming side, which is filled in by
NiO–Mg/Ce–ZrO2/Al2O3 catalysts pellets. The sizes of
the catalysts are the same as the CSR [6, 10, 17]. This cat-
alyst significantly reduces carbon deposition on the reactor

Table 1. Operational conditions of industrial-scale CSR.

Parameter Value

Carbon dioxide composition in feed (mol/mol) 1.72
Carbon monoxide composition in feed (mol/mol) 0.02
Hydrogen composition in feed (mol/mol) 5.89
Methane composition in feed (mol/mol) 32.59
Nitrogen composition in feed (mol/mol) 1.52
Water (steam) composition in feed (mol/mol) 58.26
Inlet feed temperature (�C) 520
Inlet feed pressure (kPa) 4000
Total feed gas flow (kmol/h) 9129.6
Tubes number 184
Diameter of tube inside (mm) 125
Length (m) 12
Total filled volume of catalyst (m�3) 27.8
Design pressure (kPa) for tubes 4100
Design temperature (�C) for tubes 790
Shape of catalyst 10-HOLE rings
Size of particle (mm) 19 � 16
Void fraction (–) 0.4
Tube heat load (100% design case) (kcal m�2 h�1) (according to tube ID) 68,730
Reformer net duty (100% design case) (GJ h�1) 248.2
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wall and catalyst surface and also, NiO–Mg/Ce–ZrO2/
Al2O3 catalyst improves the water resistance [6, 10, 17].
The Ce–ZrO2 and Mg additives in the catalysts create the
basic site and moreover, weak acidic site as well as red-ox
ability [6, 15, 17]. The optimized inlet parameters that have
been considered for the tri-reformer reactor are listed in
Table 3, [10]. Also, Table 4 presents the simulation
conditions of the TRM side in TCTDR configuration
[15, 17, 36]. According to Tables 2–4, in addition to using
proper Ni-based catalyst, appropriate values of parameters
such as temperature, steam to carbon ratio, and oxygen to
carbon ratio have been applied in order to eliminate coke
formation on the surface of catalysts and the reactor wall
[17, 36].

3 Kinetic of reactions

3.1 Dry reforming of methane side reactions

The kinetic rate equation for DRM (Eq. (1)) over Ni/La2O3
catalyst in temperature range of 650–750 �C based on
Tsipouriari model, is described by following equations [37]:

rCH4 ¼
K 1k2K 3k4pCH4

pCO2

K 1k2K 3k4pCH4
pCO2

þK 1k2pCH4
þK 3k4pCH4

pCO2

;

ð13Þ

K 1k2 ¼ 2:61� 10�3 exp
�4300
T

� �
mol
g s

� �
kPað Þ�1

� �
;

ð14Þ

K 3 ¼ 5:17� 10�5 exp
8700
T

� �
kPa�1� �

; ð15Þ

k4 ¼ 5:35� 10�1 exp
�7500
T

� �
: ð16Þ

Kinetic of reaction for DRM (Eq. (1)) over Ni–K/
CeO2–Al2O3 catalyst in temperature range of 873–1073 K
(560–800 �C) is considered based on Nandini et al. as
follows [38]:

rCH4 ¼
k1LpCH4

k1LpCH4
pCO

K7LKapCO2

� 	
þ KbpCO2

p0:5H2
pCO

� �
þ k1LpCH4

K7L

� 	
þ 1

� � ; ð17Þ

k1L ¼ 1292� 465 exp
�12;894� 366

T

� �

g �mol


gcat � s � atm

� �
;

ð18Þ

k7L ¼ 3:8� 0:1ð Þe�3 exp
�220� 25

T

� �
g �mol



gcat � s

� �
;

ð19Þ

Ka ¼ 7:4� 4:4ð Þ exp
�4145� 663

T

� �
atm�2
� �

; ð20Þ

Table 2. Operating conditions of Dry Reforming of Methane (DRM) with fired-furnace supplying energy.

Parameter Value

Carbon dioxide composition in feed (mol/mol) 49.8
Carbon monoxide composition in feed (mol/mol) 0.1
Hydrogen composition in feed (mol/mol) 0.1
Methane composition in feed (mol/mol) 49.8
Nitrogen composition in feed (mol/mol) 0.1
Water (steam) composition in feed (mol/mol) 0.1
Inlet temperature (�C) 657
Inlet pressure (kPa) 4000
Total feed gas flow (kmol/h) 9129.6
Tubes number 184
Diameter of inside (mm) 125
Length (m) 12
Total filled volume of catalyst (m�3) 27.8
Design pressure for tubes (kPa) 4100
Design temperature for tubes (�C) 790
Particle size (mm) 0.4
Void fraction (–) 0.4
Tube heat load (100% design case) (kcal m�2 h�1) (according to tube ID) 68,730
Reformer net duty (100% design case) (GJ h�1) 248.2
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Kb ¼ 2:3ð Þe7 exp
�15;998� 2808

T

� �
atm�2:5
� �

; ð21Þ

c ¼ 5:8 exp
8605
T

� �
: ð22Þ

Fig. 2. Schematic of Thermally Coupled Tri- and Dry Reformer (TCTDR) configuration.

Table 3. Optimized parameters for the TRM side of
TCTDR.

Parameter Value

Inlet temperature (K) 1100
Composition of feed (mol/mol)
Carbon dioxide 24.81
Carbon monoxide 0.01
Hydrogen 1.53
Methane 18.7
Oxygen 8.78
Nitrogen 0.01
Water (steam) 46.18
Or reactant ratios
Steam/methane ratio 2.46
Oxygen/methane ratio 0.47
Carbon dioxide/methane ratio 1.30

Table 4. Simulation conditions for the TRM side of
TCTDR.

Parameter Value

Total feed gas flow (kmol/h) 28,115.4
Methane feed rate (kmol/h) 9264.4
Inlet pressure (kPa) 2000
Shape of catalyst 10-HOLE rings
Size of particle (mm) 19 � 16
Shell inner diameter (m) 2
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If partial pressure of CO2 be more than 75.99375 kPa
(0.75 atm), the following equation is applied:

rCH4 ¼ ck1LpCH4
: ð23Þ

The Reverse Water-Gas Shift (RWGS) reaction also
occurs during the synthesis gas production by CO2 reform-
ing. Kinetic of RWGS reaction (Eq. (2)) is expressed as
below [39]:

rRWGS ¼
kRWGSKCO2KH2pCO2

pH2

1þKCO2pCO2
þKH2pH2

� � 1� pCOpH2O

� �2
KRWGSpCO2

pH2

" #
:

ð24Þ
The Arrhenius kinetic parameters, reaction equilibrium
constants and constants of adsorption equilibrium are
tabulated in Table 5.

3.2 Tri-reforming side reaction

In general, kinetic studies are carried out to ascertain the
most proper reaction rate model, which is basically deduced
from mechanistic reaction pathways for capturing the rates
of the experimental reactant reaction and the product for-
mation with the highest accuracy [40].

Equations (3)–(5), and complete methane oxidation
(Eq. (7)) have been proposed to explain the tri-reforming
process [10]. During tri-reforming reactions, dry DRM
(Eq. (1)) is assumed as a dependent reaction since it could
be considered as the SRM reaction minus WGS reaction
[6, 10, 17]. Thus, consideration of the kinetic model for
equations (3) and (5) as a set of independent reactions is
sufficient, and there isn’t any need to use the kinetic model
for DRM reaction (Eq. (1)) [10, 17]. The Xu and Froment
kinetic model, which has been derived over Ni-based cata-
lysts is applied for equations (3)–(5) (SRM reactions)
[6, 10]. This kinetic model has been widely investigated
under the lab-scale and also is more common in the case
of steam reforming reactions [10]. The Xu and Froment
model for the reactions (3)–(5) is described by the following
equations [10, 41, 42]:

R1 ¼ k1
p2:5H2

pCH4
pH2O � p3H2

pCO
K I

� �
� 1
u2

; ð25Þ

R2 ¼ k2
p3:5H2

pCH4
p2H2O � p4H2

pCO2

K II

� �
� 1
u2

; ð26Þ

R3 ¼ k3
pH2

pCOpH2O � pH2
pCO2

K III

� �
� 1
u2

; ð27Þ

u ¼ 1þKCOpCO þKH2pH2
þKCH4pCH4

þKH2O
pH2O

pH2

:

ð28Þ
The Trimm and Lam kinetic model is applied for methane
combustion (Eq. (7)) as an accurate study [6, 10, 15, 43].
Due to this model has been considered for supported
Pt-based catalyst, the parameters of this model are modified
over Ni-based catalysts as follows [6, 10, 13, 43, 44]:

R4 ¼
K 4apCH4

pO2

1þKC
CH4

pCH4
þKC

O2
pO2

� 	
þ K 4bpCH4

pO2

1þKC
CH4

pCH4
þKC

O2
pO2

� 	 : ð29Þ

The constants of reaction equilibrium and Arrhenius
kinetic parameters are given in Table 6, and Van’t Hoff
parameters for species adsorption have been shown in
Table 7, [6, 10].

The formation and/or consumption rate for species
i, ri (mol kg�1 s�1) is ascertained by means of the reaction
rates summation for that species in all of the reactions
Rj (mol kg�1 s�1). In order to consider intraparticle
transport limitation, gi as the effectiveness factor is applied
[6, 10, 15, 17, 44, 45]. Accordingly, the reaction rate for each
species is defined by the following equations:

rCH4 ¼ �g1R1 � g2R2 � g4R4; ð30Þ

rO2 ¼ �2g4R4; ð31Þ

rCO2 ¼ g2R2 þ g3R3 þ g4R4; ð32Þ

rH2O ¼ �g1R1 � 2g2R2 � g3R3 þ 2g4R4; ð33Þ

rH2 ¼ 3g1R1 þ 4g2R2 þ g3R3; ð34Þ

Table 5. Arrhenius kinetic parameters, reaction and adsorption equilibrium constants for DRM and RWGS reactions.

DRM RWGS

Rate constant of reaction (mol/gcat s) kDR ¼ 1290 exp �102:065
RT

� �
kRWGS ¼ 1:856� 10�5 exp �73;105

RT

� �
Equilibrium constants of reaction kDR ¼ exp � 42�0:3 T�773ð Þð Þ

RT

h i
kRWGS ¼ exp 4400

T � 4:036
� �

Equilibrium constants of adsorption (1/Pa) kCO2 ¼ 2:64� 10�3 exp 37;641
RT

� �
kCO2 ¼ 5:6955� 10�6 9262

RT

� �
kCH4 ¼ 2:63� 10�3 exp 40;684

RT

� �
kH2 ¼ 1:4705� 10�5 exp 6025

RT

� �
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rCO ¼ g1R1 � g3R3; ð35Þ
where g1 = 0.07, g2 = 0.06, g3 = 0.7, g4 = 0.05 [35, 45].

It is worth mentioning that, whereas all of the operating
conditions are applied to inhibit coke formation, kinetic
rates for coking and decoking reactions have been neglected.

4 Modeling

A one-dimensional heterogeneous reaction model that is
employed as a traditional model for a catalytic reactor
has been advanced to ascertain the concentration and dis-
tributions of temperature in either sides of the reactor
[6, 10, 15]. This proposed model considers the mass transfer
and heat transfer resistances across each side of the reactor
[6, 10]. These assumptions are applied to design this ther-
mally-coupled reactor as below [6, 10, 17]:

� The steady-state conditions for the reactor are consid-
ered for modeling.

� Ideality is assumed for the gas phase.
� Mass and heat axial diffusions are neglected.
� One dimensional plug flow is supposed in both sides of
the reactor.

� The porosity of the bed is constant in both axial and
radial directions.

� Surrounding heat loss is neglected.

To acquire the reliable equations of the mass balance
and the energy balance, the differential element across the
axial direction of the reactor has been presumed [6, 10].
The applied balance equations consider convection, transfer
to the solid phase, and reactions [6, 17].

4.1 Balance equations for solid phase

The solid phase equations of the mass and energy balances
have been derived for either side of the reactor as below
equations [10]:

avcjkgi y
g
i � ysi

� �þ griqb ¼ 0; ð36Þ

avhf T g � T sð Þ þ qb

XN
i¼ 1

gri �H rxn;ið Þ ¼ 0; ð37Þ

where Ts is temperature, yis is the mole fraction of i com-
ponent in solid phase inside the reactor, and g repre-
sents effectiveness factor (the rational relationship

Table 6. Equilibrium constants and kinetic parameters of Arrhenius for TRM reactions.

Reaction, j Equilibrium constant, Kj koj (mol/(kgcat s)) Ej (J/mol)

1 K I ¼ exp �26;830
Ts

þ 30:114
� 	

(bar
2) 1.17 � 1015 bar0.5 240,100

2 K II ¼ K I :K III (bar
2) 2.83 � 1014 bar0.5 243,900

3 K III ¼ exp 4400
Ts

� 4:036
� 	

5.43 � 105 bar�1 67,130

4 8.11 � 105 bar�2 86,000
6.82 � 105 bar�2 86,000

1 bar = 100 kPa

kj ¼ koj � �E
RT

� �

Table 7. The parameters of Van’t Hoff for species adsorption.

Components Koi (1/bar) DHi (j/mol) KC
oi (1/bar) DHC

i (j/mol)

CH4 6.65 � 10�4
–38,280

CO 8.23 � 10�5
–70,650

H2 6.12 � 10�9
–82,900

H2O 1.77 � 105 88,680
CH4 (combustion) 1.26 � 10�1

–27,300
O2 (combustion) 7.78 � 10�7

–92,800

Ki ¼ Koi � exp ��H
RT

� �
KC

i ¼ KC
oi � exp ��HC

i
RT

� 	
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between the observed reaction rate and the real rate of
reaction) that has been acquired from the dusty gas model
calculations [6, 9, 10, 17, 46]. The ratio of the surface
areas to the catalyst pellets volume is represented by
av (m2 m�3).

4.2 Balance equation for fluid phase

The mass balance and energy balance equations for either
side of the reactor are expressed as below [6, 10]:

� 1
AC

dFt;j

dz
þ avcjkgi;j ysi;j � ygi;j

� 	
¼ 0; ð38Þ

�Ft

AC
C g

p;j

dT
dz

þ avhf T s
j � T g

j

� 	
¼ 0; ð39Þ

where, T is temperature, yi is the mole fraction of i com-
ponent in the fluid phase inside the reactor, and kgi repre-
sents the mass transfer coefficient between gas and solid
phase [10]. The energy equation (Eq. (36)) includes the
amount of heat which is transferred through convection
and also the amount of heat which is transferred between
the fluid phase and solid particle [10].

4.3 Pressure drop

The gaseous reaction, concentration of reactants signifi-
cantly change by changing the pressure of the reactor.
Consequently, it could be said that the reactions rate and
yields are functions of the pressure of the reactor. Therefore,
calculating the exact amount of pressure in the reactor is
necessary to examine the operating of the reactor

accurately. The equation of Ergun momentum balance is
applied to account the pressure drop alterations across
the axial direction of the reactor [6, 10, 17]:

dp
dz

¼ 150
1� eð Þ2lug

e3d2
p

þ 1:75
1� eð Þu2

gq

e2dp
; ð40Þ

where the pressure drop is in Pa.

4.4 Boundary conditions

For the determination of boundary conditions, it was sup-
posed that temperature, pressure, and mole fraction of
gas at the entrance of the reactor are specified. Thus, the
boundary conditions are considered as below at the
entrance of the reactor:

z ¼ 0; yi ¼ yi0; T ¼ T 0; P ¼ P0: ð41Þ

4.5 Auxiliary correlations

To achieve the complete simulation, some of the auxil-
iary correlations need to be applied. The correlations
approximation of mass and heat transfer between gas and
solid phases and overall coefficient of heat transfer between
reactor walls and gas phase in the inner side of tubes
should be noticed [6, 10, 17]. Table 8 represents employed
correlations for physical properties of fluids, pressure
drop, dimensionless numbers, mass and heat transfer
coefficient [4, 8]. The heat transfer coefficient between the
gas phase in tubes and reactor walls is usable for the
heat transfer coefficient between gas and solid phases (hf)
[6, 10].

Table 8. Auxiliary correlations.

Parameter Equation Ref.

Heat capacity of component Cp ¼ a þ bT þ cT 2 þ dT 3 [6, 10, 47]
Heat capacity of mixture According to local compositions
Reaction mixture viscosity According to local compositions
Thermal conductivity of mixture According to local compositions [6, 10, 48]
Mass transfer coefficient between gas and solid phases kgi ¼ 1:1 7Re�0:45Sc�0:67

i ug � 103 [6, 10, 49]

Re ¼ 2Rpugq
l

Sci ¼ l
qDim�10�4

Dim ¼ 1�yiP
i 6¼j

yi
Dij

Dij ¼ 10�7T32
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
1Miþ1Mj

p
P mci32 þ mci32ð Þ2 [6,10, 50]

Overall heat transfer coefficient 1
U ¼ 1

hi
þ Ai ln DoDið Þ

2pLKw
þ Ai

Ao

1
ho

[6, 10, 48]

Heat transfer coefficient between the reactor wall and gas phase h
Cpql

Cpl
k

� 	23
¼ 0:485

eB
qudp
l

� 	�0:407
[6, 10, 51]
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4.6 Numerical solution

In order to solve the developed model that includes a set of
differential equations, the backward finite difference
approximation has been used. In order to reach this
purpose, the Ordinary Differential Equations (ODE), which
handle any point of the reactor simultaneously, transform
to a set of non-linear algebraic equations. Then the reactor
length is divided into 410 discrete sections. The non-linear
algebraic equations for each section of the reactor are solved
using the Gauss–Newton method.

In order to validate the model, the obtained results from
simulation have been compared with plant data CSR under
the operating parameters. By considering Figure 1 that pre-
sents the scheme of CSR, the pre-reformed gas after being
preheated is directed to the steam reformer to be more
converted into CO, CO2, and H2 [15]. In the CSR, the
generated heat by methane combustion in a huge fired-
rectangular-furnace (with carbon dioxide generation and
high energy consumption) is transferred to supply the
required heat for the endothermic reaction [15, 17].

The results have been listed in Table 9, which verifies
that simulation results are close to plant data in Zagros
Petrochemical Company, Assaluyeh, Iran [6, 10].

5 Results and discussion

5.1 Simulation of DRM with fired-furnace

In this section, the performance of the DRM process by
both catalysts Ni–K/CeO2–Al2O3 and Ni/La2O3 is
discussed by utilizing fired-furnace and compared with
CSR process. In order to analyze the performance of the
TCTDR, the following operating variables were applied
[6, 17].

CH4 conversion ¼ FCH4;in�FCH4; out

FCH4; in
; ð42Þ

H2 yield ¼ FH2;out�FH2; in

FH2;in
: ð43Þ

Figure 3, presents a direct comparison between the simu-
lated DRM attained values of CH4 conversion, H2 yield,
and syngas molar flow rate, and the simulated values of
CSR. Also besides, the thermal behavior of DRM has been
compared with CSR. Figure 3a depicts axial temperature
profiles along CSR and DRM processes with fired-furnace.
At the entrance of the reactors, the generated heat, which
is utilized by the furnace, is less than the consuming heat
by the endothermic reaction: consequently, so temperature
decreases rapidly. In continuance, along the flow direction,

Table 9. Comparison between plant data and simulated
model.

Parameter Plant data CSR

Outlet temperature (�C) 710 712
CH4 conversion (%) 26.5 26
Outlet composition (mol/mol)
Carbon dioxide 5.71 5.72
Carbon monoxide 3.15 3.19
Hydrogen 31.39 31.53
Methane 20.41 20.33
Nitrogen 1.29 1.3
Water (steam) 38.05 37.94

(a)

(b)

(c)

Fig. 3. (a) Comparison between the temperature profiles of
CSR and DRM with fired-furnace using Ni–K/CeO2–Al2O3 and
Ni/La2O3 catalysts. (b) Comparison between the syngas flow
rate profiles of CSR and DRM with fired-furnace using Ni–K/
CeO2–Al2O3 and Ni/La2O3 catalyst. (c) Comparison between
the Hydrogen yield profiles of CSR and DRM with fired-furnace
using Ni–K/CeO2–Al2O3 and Ni/La2O3 catalyst.
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by converting raw materials (reactant) to products, the
heat dependency of process decreases, and generated heat
by furnace increases the temperature of reactor, gradually
in CSR. Moreover, this figure indicates that the tempera-
ture profile of SRM is higher than DRM due to the DRM
process is more endothermic than CSR. These results indi-
cated that the heat duty of fired-furnace is not sufficient for
DRM, and it should be increased in design that this subject
will be presented in Section 5.3.

Figure 3b illustrates the syngas molar flow rate along
DRM for using both catalysts and CSR reactors at the same
flow rate and heat generation in fired-furnace. In the front
part of either reactors as reaction taking place, the produc-
tion of syngas increases rapidly. The molar flow rate of syn-
gas reaches 4447.28 kmol/h at the outlet of CSRwhile at the
outlet of DRM reaches 6309.36 kmol/h and 5621.2 kmol/h
by Ni/La2O3 and Ni–K/CeO2–Al2O3 respectively.

About consumption of CH4 results represents that CH4
conversion by DRM using Ni/La2O3 reaches to 35.2% at
the output of the reactor that is more than CH4 conversion
using Ni–K/CeO2–Al2O3 (equal to 31.44%) in comparison
to CSR (equal to 26.5%). In addition, Figure 3c presents
H2 yield along DRM and CSR reactors. The results indicate
that the H2 yield of the overall process in CSR is more than
either of DRM processes and also the profile of hydrogen
yield for DRM using Ni/La2O3 over loped the profile of
DRM using Ni–K/CeO2–Al2O3 catalyst.

The profiles of all components mole fractions variations
for the DRM process using Ni/La2O3 and Ni–K/CeO2–

Al2O3 catalysts have been plotted in Figures 4a and 4b,
respectively. It can be obviously seen that CH4 and CO2
are consumed (as reactants) by reforming reactions and
decrease along the reactor. Thus, on the contrary, CO and
H2 are produced (as products) and increase along the length
of the reactor. In either of the figures, the profiles of feeds
and products behavior are precisely the same; since, both
components in feed and product have the same
stoichiometric coefficients. Moreover, due to this fact that
the RWGS (Reverse Water Gas Shift) reaction rate along
the Ni catalyst bed is very slow.

5.2 Dry reforming simulation with utilizing TRM
instead of fired-furnace in TCTDR

This section presents an investigation on the applicability of
replacing fired-furnace with TRM process over Ni-based
catalyst to saving energy and reducing CO2 emission to
the atmosphere in a TCTDR. Therefore, the behavior of
the proposed configuration (TCTDR) was investigated
under optimal operation conditions by comparing the
methane conversion, hydrogen yield, temperature profiles,
heat consumption, and kinetics of reactions in both sides
of thermally coupled DRM and TRM sides. Figure 5a
illustrates temperature profiles in the TRM and DRM sides
of the TCTDR. As it can be observed from Figure 5a, at the
entrance of the TRM side, the exothermic oxidation
reaction is dominant due to a huge amount of heat, which
is generated via partial and complete methane combus-
tion reactions hence along flow direction in the front
part of TRM the temperature begins to increase rapidly.

The generated heat is utilized to proceed the endothermic
reaction, which taking place during the rest of the TRM
side and also transfer through the tube wall to the DRM
side to proceed the DRM process. Consequently, the tem-
perature decreases gradually along the rest of the TRM
side. The endothermic reactions taking place along the
length of the DRM side, therefore endothermic reactions
dominate the whole process in the DRM side (see
Fig. 5a). Whereas the amount of heat which is transferred
to DRM side is lower than the consumed heat via DRM
side, in the front part of DRM side the temperature begins
to decrease rapidly but in continuation by the reactants
consuming and decreasing in reactions rate the heat affinity
of process decreases and subsequently temperature reduces
along the DRM side of the reactor slightly.

Figure 5b displays the variations of methane conversion
along the length of the DRM and TRM sides of the
TCTDR. It can be evidently seen that the methane conver-
sion by TRM (almost 88%) is significantly higher than
DRM side (16.98% using Ni/La2O3 and employing
15.88% for Ni–K/CeO2–Al2O3 catalyst) due to the reaction
between oxygen and methane is more favorable than the
reaction between methane and carbon dioxide [35]. It can
also be observed that at the first part of the TRM side,
the methane conversion increases rapidly due to methane
oxidation reaction taking place at this section, but after
consumption of oxygen, the remaining methane is con-
verted by steam reforming and dry reforming reactions.
Therefore, the methane conversion rate decreases gradually
along the reactor.

(a)

(b)

Fig. 4. Variation of all components mole fraction along DRM
with fired-furnace using (a) Ni/La2O3 and (b) Ni–K/CeO2–

Al2O3 catalysts.
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(a)

(b)

Dry reforming by Ni/La2O3 catalyst

Dry reforming by Ni-K/CeO2-Al2O3 catalyst

Dry reforming by Ni/La2O3 catalyst

Fig. 5. (a) Comparison between the temperature profiles of the DRM side and TRM sides of TCTDR by Ni/La2O3 catalyst in DRM
and by Ni–K/CeO2–Al2O3 in DRM. (b) Comparison between the methane conversion profiles of the DRM side and TRM sides of
TCTDR by Ni/La2O3 catalyst in DRM and by Ni–K/CeO2–Al2O3 in DRM. (c) Comparison between the hydrogen yield profiles of the
DRM side and TRM sides of TCTDR by Ni/La2O3 catalyst in DRM and by Ni–K/CeO2–Al2O3 in DRM.
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Dry reforming by Ni-K/CeO2-Al2O3 catalyst

Dry reforming by Ni/La2O3 catalyst

Dry reforming by Ni-K/CeO2-Al2O3 catalyst

(c)

Fig. 5. Continued.
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The axial H2 yield profiles of thermally coupled reactors
have been plotted in Figure 5c. It is evident that the H2
yield along TRM is considerably higher than the DRM side.
It is found that H2 yield goes through a maximum value
along the 4m length of the reactor, and after that, H2 yield
decreases slightly due to it be affected by water gas shift
reaction.

Figure 6 demonstrates changes in heat generation and
heat consumption for both sides of the thermally coupled
reactor. Along flow direction, a massive quantity of heat
is produced via methane oxidation reaction in the front part
of TRM. The generated heat is consumed by endothermic
reactions to proceed steam reforming and dry reforming
reactions of the TRM side, and also, the rest part of this
energy is transferred to the DRM side through the tube wall
to proceed dry reforming reaction in DRM side. At the
entrance of the DRM side, energy is considerably consumed
to drive the dry reforming reaction. As mentioned before,
the amount of heat consumption along the DRM side of
TCTDR is more than the amount of heat which is trans-
ferred by the TRM side of TCTDR, in continuation,
decreasing the rate of reactions in both sides of TCTDR
cause to reducing in the heat transfer rate between both
sides of TCTDR.

Figures 7a and 7b show the reactions rate profiles along
the DRM and the TRM side of TCTDR. The rate of dry
reforming reaction at the entrance of the DRM side is high
due to the high temperature and existence of an abundant
amount of CH4 and CO2 [10]. After that, dry reforming rate
begins to decrease due to temperature decreasing and
decrease in reactants amount [10]. The obtained results indi-
cate that near the entrance of the TRM side, the methane
oxidation reaction controls the kinetic conditions of the
TRM process until most of the oxygen is consumed
completely and its reaction rate reaches zero [10]. Then
endothermic reactions (dry reforming and steam reforming)
control the conditions of the TRM process kinetically, and
about after 1 m length of the reactor, the rate of these
endothermic reactions decreases slightly [10]. After a short
length of TRM side, theWGS reaction rate comes to be neg-
ative because of the high RWGS reaction rate is favorable at
a high concentration of CO2 and high temperature [6, 10].

The comparison between CSR and TCTDR depicts that
the TCTDR has benefits such as two types of syngas pro-
duction and energy consumption reduction. In TCTDR
the required energy is supplied by TRM reaction and
low-performance fired-furnace is eliminated while in CSR,
enormous amount of energy which equals to 69 MW is

(a)

(b)

Fig. 6. Changes in the heat along (a) tri-reforming side and (b) dry reforming side of TCTDR.
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prepared by low-performance fired-furnace which consumes
methane as feed and produces CO2 as green house gas and
meanwhile has a substantial effect on global warming
[10, 15]. Another profit of TCTDR is its coke resistive
ability due to the oxygen and steam presence in feed flow
[42]. The existence of oxygen and steam improves the coke
removalmechanism in the TRM side of the TCTDR reactor,
while one of the main problems of methane reforming
reactions is coke formation over the active surface, which
leads to the deactivation of the catalyst [10, 35]. Also, it
must be noted the adjusting of operating conditions of
TCTDR such as temperature, type of the catalyst could
significantly eliminate coke deposition during the process
[10, 35].

This proposed thermally coupling of dry and tri-
reforming of methane (TCTDR) is performed by O2,
H2O, and a huge amount of CO2 as a co-feed with natural
gas (methane) and pre-reformed gas [35]. Therefore accord-
ing to the elimination of low-performance fired-furnace and
global concern about CO2 conversion and utilization, it
could be affirmed that this proposed configuration is an
energy-saving and environment-friendly process which
produces syngas with a quality (H2/CO2) of close to 1 using
low cost and abundant Ni-based catalyst [35].

5.3 Heat generation effect on DRM performance
with utilizing fired-furnace

This section analyzes the effect of heat generation on the
performance of DRM with fired-furnace configuration.
In order to achieve this purpose, the alterations trend of heat
generation against variations of CH4 conversion, H2 yield,
syngas flow rate, and temperature have been simulated.
Figures 8a and 8b illustrate the effect of heat generation
on syngas flow rate along the DRM process using Ni/La2O3
and Ni–K/CeO2–Al2O3 catalysts. As it can be seen, as the
heat generation is enlarged for two times, the syngas flow
rate reaches from 5612 kmol/h to 7787 kmol/h for Ni–K/
CeO2–Al2O3 catalyst and reaches from 6309 kmol/h to
9082 kmol/h for Ni/La2O3 catalyst. This is due to dry
reforming is the endothermic process and increasing the heat
generation cause to enhance the reaction rate.

Changes of H2 yield along DRM versus heat genera-
tion is shown in Figures 9a and 9b. Higher heat generation
leads to reach higher H2 yield for the DRM side. The
highest output H2 yield of DRM is attained at the maxi-
mum amount of heat generation, which are 0.854 and
0.997 for Ni–K/CeO2–Al2O3 and Ni/La2O3 catalysts,
respectively.

(a)

(b)

Fig. 7. (a) Variation of reaction rate along the DRM side of TCTDR. (b) Variation of reaction rates along the TRM side of TCTDR.
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(a)

(b)

Fig. 9. (a) Effect of heat generation on hydrogen yield at length
of DRM reformer with fired-furnace configuration using Ni–K/
CeO2–Al2O3. (b) Effect of heat generation on hydrogen yield at
length of DRM reformer with fired-furnace configuration using
Ni/La2O3.

(a)

(b)

Fig. 8. (a) Effect of heat generation on syngas flow rate at
length of DRM reformer with fired-furnace configuration using
Ni/La2O3. (b) Effect of heat generation on syngas flow rate at
length of DRM reformer with fired-furnace configuration using
Ni–K/CeO2–Al2O3.

(a)

(b)

Fig. 10. (a) Effect of heat generation on methane conversion at
length of DRM reformer with fired-furnace configuration using
Ni/La2O3. (b) Effect of heat generation on methane conversion
at length of DRM reformer with fired-furnace configuration
using Ni–K/CeO2–Al2O3.

(a)

(b)

Fig. 11. (a) Effect of heat generation on temperature behavior
at length of DRM reformer with fired-furnace configuration
using Ni–K/CeO2–Al2O3. (b) Effect of heat generation on
temperature behavior at length of DRM reformer with fired-
furnace configuration using Ni/La2O3.
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Figures 10a and 10b illustrated the effect of heat
generation on methane conversion in the endother-
mic DRM reaction in DRM reformer with fired-furnace
configuration. It is evident that the increase in heat
generation leads to increase in methane conversion by
Ni/La2O3 catalyst more significantly than methane conver-
sion by Ni–K/CeO2–Al2O3 catalyst. When the heat gener-
ation is enlarged for two times, the methane conversion
gradually increases to 50.85% and 43.59% for Ni/La2O3
and Ni–K/CeO2–Al2O3 catalysts, respectively.

Figures 11a and 11b represent the effect of various heat
generation on temperature behavior of DRM reaction in
DRM reformer with fired-furnace configuration. By
increasing the supplying heat for the DRM process using
fired-furnace, the temperature profile increases from
728.8 K to 838 K and from 625 K to 645 K for Ni–K/
CeO2–Al2O3 and Ni/La2O3 catalysts respectively. As it
can be seen, the temperature decreases rapidly due to the
required heat in the endothermic side of the reactor is more
than the amount of transferred heat through the tube wall
from the exothermic side of the thermally coupled reactor.
According to the results of this section, it is inferred that
the Ni/La2O3 catalyst is more efficient than K/CeO2–

Al2O3 catalyst for the dry reforming reaction. Of
course, some practical insights should be considered for
increasing more heat generation by the furnace (more
combustion of fuel gas and reformer duty) in industrial scale
manufacturing.

6 Conclusion

In the current study, two proposed configuration was
simulated including utilizing of fired-furnace for DRM and
employing TRM for heat supplying and effect of different
amount of providing energy on performance of DRM
process with fired-furnace was studied. In fact, the applica-
tion of TRM as a heat source for DRM reaction to syngas
production in TCTDR by abundant and affordable
Ni-based catalyst has been proposed. The proposed reactors
were simulated using a one-dimensional heterogeneous
mathematical model numerically. In order to validate the
proposed model, the simulation results, which obtained
from the simulation of CSR were compared with plant
data, which were very well fit together. The obtained results
from simulations of DRM with fired-furnace configura-
tion showed that molar flow rate syngas at of DRM reaches
to 6309 kmol/h and 5621 kmol/h by Ni/La2O3 and
Ni–K/CeO2–Al2O3 respectively in comparison to syngas
production equal to 4447.28 kmol/h in CSR. Also, Dry
reforming simulation with utilizing TRM instead of fired-
furnace in TCTDR presented that the molar flow rate of
syngas out of DRM and TRM sides were 2907 kmol/h using
Ni–K/CeO2–Al2O3 catalyst and 49,278 kmol/h using
NiO–Mg/Ce–ZrO2/Al2O3 respectively. In addition, the flow
rate of syngas out of DRM and TRM sides of TCTDR were
3043 kmol/h using Ni/La2O3 catalyst and 49,047 kmol/h
using NiO–Mg/Ce–ZrO2/Al2O3 respectively. Also, as the
heat generation is enlarged for two times in DRM with

fired-furnace configuration, the syngas flow rate reaches
from 5612 kmol/h to 7787 kmol/h for Ni–K/CeO2–Al2O3
catalyst and reaches from 6309 kmol/h to 9082 kmol/h
for Ni/La2O3 catalyst.

The TCTDR configuration is an economic and profit
way for syngas production due to prevent enormous
emission of CO2 to the atmosphere by consuming enormous
amount of CO2 in order to produce syngas with deferent
quality from both sides of reactor which has been filled with
economic Ni-based catalyst and also due to elimination of
low performance fired-furnace by substituting it with
TRM process to supply the required energy for DRM
process. Finally, more effort should be conducted to the
commercialization of this proposed configuration by
including the investigation of capital cost, operating cost,
and environmental aspects to divulge the applicability of
syngas production from TCTDR on an industrial scale.
Also, it must be noted that one of the key disadvantages
and limitations of dry or tri-reforming would be accelerated
catalyst deactivation and it needs to consider catalyst
deactivation in the kinetics rate expressions using dynamic
simulation in future researches. If fact, a comprehensive
dynamic simulation is needed to study the performance of
process with time as a particular research paper because
deactivation of the catalyst on the two sides will further
aggravate the heat balance and operational parameters
should be changed properly with time.
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